
Synthesis, Characterization and Application
Studies of Some Polymer Supported Metal‘Complexes   ‘1 t |

Thesis, 1 I : ' — ‘\ ,' ‘ _x‘ _ .\\ '__ V .
.__‘ _ _L __, _ .

$‘u6mitteJ to Cocliin University qf Science and"1?zc/in0lb<g_y

in partiaifufiiment qf t/ie requirements

for t/ie awardof tfie degree qf

DOCTOR OF PHILOSOPHY

in

CHEMISTRY

5y

J ose.P.Kalloopparambil

Department of Applied Chemistry

Cochin University of Science and Technology

Kochi-22

November 2006

s
\



DEPARTMENT OF APPLIED CHEMISTRY
COCHIN UNIVERSITY OF SCIENCE AND TECHNDLOGY

Kochi - 682 022.
Tel: 0484-2575804. E-mail: chem.@cusat.ac.in

Dr K.Girish Kumar 15-11-2006
Reader in Analytical Chemistry

@er1ifira1e

Certified that the present work entitled “Synthesis,

characterization and application studies of some polymer

supported metal complexes”, submitted by Mr.Jose
P.Kalloopparambil in partial fulfilment of the requirements for

the degree of Doctor of Philosophy in Chemistry to Cochin

University of Science and Technology is an authentic and

bonafide record of the original research work carried out by

him under my supervision at the Department of Applied

Chemistry. Further, the results embodied in this thesis, in full

or in part, have not been submitted previously for the award of

Dr. K. Girish Kumar

any other degree.

(Supervising Guide)



<1)eclZzrati0n

I hereby declare that the work presented in this thesis entitled

“Synthesis, characterization and application studies of some

polymer supported metal complexes”, is based on the original work

carried out by me under the guidance of Dr. K. Girish Kumar, Reader

in Analytical Chemistry, Department of Applied Chemistry, Cochin

University of Science and Technology and has not been included in any

other thesis submitted previously for the award of any other degree.

Kochi - 22 Jose P. Kalloopparambil
15-1 1-2006



Acknowledgement
9Lla'ving compfizted my researcli "work, I wis/i to puice on record my sentiments of

gratitude to alltliose "wlio liad lielped me in Eringing t/iis "venture to fruition

‘Words wouul Iiardly suflqce to register my deep sense Qf06llg(1tl01t to my guide

(Dr.7(.§irisfi Kumar, Reader, (Department of flpplied Cfiemistry, wlio supervised

my worli, witfi His in'valua6le suggestions and sustained guidance. I am tfianfiful

to ®r.9Vl.RQ’ratfiapacliandra Kurup, HOOD, }1ppliedCliemistry, for fiis tangilim

suggestions for tlie reafization of tliis researcli work. I am especially indeoted to

(Dr. K.Sreel{umar wfio lias directed me to get in toucli witli 9|’! /s ‘lliermaag India

Ltdof Puma and gave "valuafile suggestions for tfie completion of tliis researcfi

worfl I owe a deep sense of gratitude to Slirijfiirsfi Waifioffl /s ‘Iliermaaglndia

Ltdof @une for providing me tlie cliemicals essential for carrying out tliis

researcli. I am gratefizl to all tlie faculty memfiers of/IppliedCliemist1y' w/iose

encouragement facilitated tlie progress of my ‘work fllianks are due to tlie

scientists ofII‘II Roorfiee, SOT Institute for Medical Sciences and ‘lecfinology for

ma/{ing necessary arrangements for tfie instrumental and spectral analysis at tlieir
laooratories.

I cannot forget tlie assistance rendered 6y (Drfl/.Otclian of Qandliigram Rural

Institute of ‘Tamilnadu, Sfiri flrun of Cfiemical Oceanograpliy, .$’firi./‘(run of

inorganic 1216 and Sfiriflajesfi of polymer E15 for carrying out spectral and

tfiermal studies. Tlie  Hearted co-operation of all tfie researcli scliofiirs of all

tlie 12158 qfcfiemistry lias facilitated tlie timely completion :9‘ tfiis project. I woufil

like to tlianfi my Q15 mates Sareena, Q’earl (Beena, Sindfiu, and Litfia for tfieir

wfiole liearted co-operation and fielp in tfie course of my researcli. My special

tlianfis are also due to 9Vlrs.Rema for editing tlie slides and for all tlie services

rendered 5y fier: I also acknowledge tlie immense fielp given to me 5y tfie @rincipal

of $t.fMicliaeF s College, Cfiertfiauz and my colleagues "wliose favouraoé
disposition and co-operation put me in tlie fast tracli of success. I sincerely

acknowledge encouragement of tfie mem6ers cf my family wlio were generous

enoug/i to 5ear witii me during tliis crucial period

]ose.<P.7(allo0pparam5il



PREFACE

olymer supported chemistry has been in the limelight for the last three

Pdecades because of its versatility and efficiency as reagents, substrates
and catalysts. An advancement in this field is the tailor-made polymer

supports with the desired combination of properties. Recently there has been

observed a growing interest in the synthesis of polymer supported metal

complexes as polymer supported schiff bases show great affinity for metal ions.

Complexes of many transition metal ions are found to be good catalysts.

Hence it is worthwhile to synthesize and characterize polymer supported

schiff base ligands and metal complexes out of them. Thus three schiff bases of

amino methylated polystyrene with aldehydes such as p-hydroxy benzaldehyde,

p-dimethyl amino benzaldehyde and 3-nitro benzaldehyde were synthesized.

Subsequently three series of complexes of Cu[II], Ni[II], Co[II], Fe[III], Mn[II]

and Zn[II] were prepared and all of them were characterized.

Polymer supported ligands are found to be efficient complexing agents

and their high selectivity enables the removal and analysis of traces of heavy

metal ions even in the presence of large amounts of sodium and potassium ions.

Heavy metal ions are toxic to all the living organisms of land and sea. Therefore

the metal ion removal studies were carried out to develop optimum conditions

using the schiff bases of amino methylated polystyrene with p-hydroxy

benzaldehyde and p-dimethyl amino benzaldehyde for the removal of Cu[Il]

and F e[III] respectively.

Polymer supported membranes fimction as ion selective potentiometric

sensors which allow the exchange of specific ions among other ions of the same

charge. The complex of Cu(II) with the schiff base obtained by the

condensation of amino methylated polystyrene with p-dimethyl amino



benzaldehyde is used as the ionophore for the fabrication of the copper sensor

electrode.

Chapter I gives an introduction to polymer supports, polymer supported

complexes and a brief review on application of polymer supported complexes.

Chapter 2 explains the materials and instruments used and the procedure

adopted for the synthesis and characterization of schiff bases and complexes.

Chapter 3 illustrates the results of characterization that led to the ascertainment

of the structure of the synthesized schiff bases and complexes.

Chapter 4 focuses on metal ion removal studies using the schiff base of amino

methylated polystyrene with 4-hydroxy benzaldehyde and schiff base of amino

methylated polystyrene with p-dimethyl amino benzaldehyde. The efficiency of

the method and optimum conditions developed is described.

Chapter 5 describes the fabrication of the Cu 2+ ion selective sensor electrode,

its selectivity, response behaviour and applicability.

Chapter 6 Summary and conclusions.
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1.1. Polymer Supports

Polymer supports have been widely used as reagents, substrates and

catalysts for many reaction systems. Both organic and inorganic polymer

supports are extensively used for canying out reactions more conveniently at

controlled rates. Certain inorganic polymer supports are found to have electrical,

optical and thermal properties‘. Functionalized polymers are highly versatile to

open an excellent area of research.

A functionalized polymer contains a functional group that is able to

perform a chemical transformation. The chemical activity of the polymer

support depends greatly on structural factors and on the chemical nature of the

functional group. The polymer support should be porous to allow the access of

the reagent and the solvent and it should be with sufficient mechanical, chemical

and thermal stability. Polystyrene, PMMA, PVC, PAN, poly acrylic acids,

polysulfones, PEG, poly vinyl acetate, cellulose and silica are some among

them. Polystyrene cross linked with 1-2% divinyl benzene satisfies the

requirement for a good polymer support as reagent and substrate. It is

microporous and microreticular. It is highly swollen in solvents like DMF,

THF, dichloromethane etc. It allows the access of the reagent and solvent. They

are less fragile and require less care in handling, react faster in functionalization

and application reactions and they possess higher loading capacities.

Highly cross linked polystyrene provide rigid structures. So they are useful as

ion-exchange resins which can be easily removed from a reaction system. A poly

ion in the fonn of a membrane exposed to an electrolyte will allow the counter ion

to pass through it and it will retain a barrier to the complementary ion.

The pioneering work on polymer substrate teclmology in solid phase

polypeptide synthesis developed by R. B. Merrifield was one of the greatest

achievementsz. It is very useful in confirming the structure of naturally

Department of Applied Chemistry, CUSAT 3
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occurring bio-macromolecules and it is a source for bio-macromolecules which

showed more desirable biological activity. Since then investigations on polymer

supports is progressing.

Polymer catalysts are of many advantages. They are less toxic, easy to

handle and more resistant to atmospheric contaminants. Further the removal of

the catalyst is also very simple. Sulphonated polystyrene, super acids like

nafion3 are also good catalysts. Polymer phase transfer catalysts act as the

meeting place for two immiscible reactants.

Polymer supported drugs are of potential advantages when compared

with the low molecular weight drug. They can be employed where a sustained

and delayed action of drug is required. Immobilized enzymes are prepared of

polymeric supports which are found to have increased stability to pH and

temperature.

Polymeric photosensitizers are prepared from benzophenone and

polystyrene“. Polymer supported bio-membranes are a promising approach for

the development of biosensor devicess. Ion-exchange membranes are perm

selective. Thus polymer supported membranes can be used as ion selective

electrodes. The hydrophilicity of moderately ionic polymers leads to another

type of membrane application called reverse osmosis.

Now polymer supported reactive chemistry is being developed and

exploited at an amazing rate and it seems to join the routine world of synthesis

and to become a methodology 7.

1.2. Polymer Supports as Ligands

Polymers are used as efficient complexing agents. The wide variety of

ligands include amines, schiff bases, dithiocarbammates, iminodiacetic acid,

4 Department of Applied Chemistry, CUSAT
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amidoximes, thiosemicarbazones etc. for the complexation of metal ions.

Recently there observed a growing interest in the use of functionalized polymers

for the preparation of metal complexes for various applications. More polar and

flexible cross linking agents are found to enhance the metal ion intake of the

polymer supported ligand. Thus the extend of complexation depends on the

hydrophilicity of the polymer support 8. DVB cross linked polystyrene supports

are insoluble and they can be easily separated from the reaction system and

products of high purity are obtained. Highly cross linked resins are more brittle,

hard and more impervious. Functional groups in the immediate vicinity of cross

links are prone to steric hindrances from chelating with the metal ions. Among

the various chelating groups, iminodiacetic acid supported on styrene divinyl

benzene matrix forms a large group with N and O as donor atoms.

Polymer support containing 8-hydroxy quinoline units are useful for the

complexation of metal ions like Ni2+,C02+ and Cu”. Here the complexation is

through N and O atoms. The metal can be separated from the polymer by

changing the pH. There are polymers containing chiral groups for resolving

racemic mixtures into enantiomers 9 where one of the enantiomers is complexed

more strongly than the other and thus separation is achieved. Macrocyclic crown

ethers like 18-crown-6 and cryptands are useful for binding metal ions because

of their high degree of selectivity for specific metal ions.

1.2.1. F unctionalization of Polymers

A functionalized polymer can be prepared by different methods. The

monomer containing the desired functional group can be polymerized or

copolymerized to get a functionalized polymer. Polymerization of p-vinyl

benzyl chloride gives chloromethylated polystyrene. Poly[4(5)vinyl imidazole],

synthesized by the polymerization of the monomer, is used as a catalyst. A wide

range of functionalized polystyrenes are prepared by electrophilic and

nucleophilic substitutions with suitable reagents. Chloromethyl and lithio

Department of Applied Chemistry, CUSAT 5
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derivatives are the most useful among them. Lithio derivative of polystyrene can

be easily converted to polystyrene containing OH, COOH, B(OH);, RSnCl; and

PIP; groups. Chloromethylated polystyrene on treatment with an amine or

ammonia gives amino methylated polystyrene. Amino methylated polystyrene

on treatment with chloroacetic acid gives the iminodiacetic acid derivative.

Another type of functional polymer is telechelic polymer which contains

functional groups such as OH or COOH at each end . They are useful for

synthesizing block copolymers by step polymerization.

——CH -—CHz CH2 ———cH_ —cH ———CH; cu; _¢H_\ CH / \cn /
Li Li

-—cH—Cé \¢Hz-—CH— _¢H_cé \CH2__._cH_

I

2;
11,9U2
>1:

II. < >

Li Li
—-— CH—CH2 —CH —CH2 "cu _ --cu -cu; \ / CH2—CHcu

ClCH;OCH3
---——r
ZnCl2

— CH--_CH2— cu cu; CH s CH2Cl cH,c1| I /CH\
CH2Cl CH2Cl

6 Department of Applied Chemistry, CUSAT
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—cH -CH; \ /cH2_CH— —CH —~CH2 \ /CHFC“ —

CH éj Q5 CH ii
CH;Cl éj CHZCI NH: CHQN H1 i CH2 NH;CH\ /CH\---CHiCH2/ CH2 ___C].|___ iCH‘—CH2 CH2 ——CH~—-—

cH,c| C]-12C] i CHZNH2 Cl'lzNH2

—cH—'3H2\ CH2— — _CH_@H _ _CH/ 2\CH /CH2
c|cH2co0|-| QBCH CHZNHZ HOO% CH /CH2cO0| |NCH2 1N\HOOCO4 CH2ooo|-|

—-—-cH—cH/ \CH2—CH—-- 2C||_CH/ _ _2

2 CHZOOOHcl-|2N|-12 CHZNHQ <22 CH2COOH
2

Polystyrene iminodiacetic acid

,3’
9

2

1.3. Polymeric Metal Complexes

If a polymer supported ligand possess an ordered structure, the complex

formed will also be of definite geometry .Parameters like surface area, apparent

density and pore structure of the polymer matrix are found to have profound

influence on complexation. The efficiency of complexation also depends on the

arrangement of functional groups in the polymer support. The swelling

Department of Applied Chemistry, CUSAT 7
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characteristics of the polymer matrix also depends on the flexibility of the cross

linking agent. The kinetics of metal ion complexation, adsorption of metal ions

and the interaction between complexed and adsorbed species are also affected

by the rigidity of the cross linking agent 10.

A cross linked polymeric ligand forms a stable metal complex than a linear

polymer and it shows definite selectivity for metal ions due to its characteristic

structure . But highly cross linked resins are macroporous and macro reticular

and the complexes formed from them are unstable. These macroporous

structures are found to be efficient ion-exchange resins. Cross linked

polystyrene functionalized with quatemary ammonium groups are anion

exchange resins and that functionalized with sulphonic, carboxylic, phenolic etc.

groups are cation exchange resins.

The iminodiacetic acid supported on polystyrene forms compact 1:1

complexes with copper, iron and other heavy metals and it is highly selective

[Chelex l00].An important application of chelating resins is ligand exchange

chromatography. An ion-exchanger containing a complexing metal ion like Cu2+

or Ni2+ can be used as a solid sorbent .The successfiil application of ligand

exchange depends on keeping the complexing metal ion in the resin. The

potential ligands like amines, amino acids, polyhydric alcohols etc are sorbed

from solutions on the basis of the stabilities of ligand-metal complexes.

Various transition metals including Rh, Pt, Pd, Co and Ti bound to

polymer supports have been used as catalysts in hydrogenation,
hydroformylation and hydrosilation reactions. The incorporation of metal atoms

in to a polymer is found to improve its electrical conductivity.
Poly[ferrocenylene] polymer on oxidation with I3" shows a tremendous increase

in conductivity.

8 Department of Applied Chemistry, CUSAT
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When a polymer supported ligand is treated with a metal ion, a polymeric

metal complex is formed. Here the co-ordinating site may be the functional group

containing atoms like O,N,S etc. or the co-ordinating group is incorporated by a

reaction with a small molecular weight substance. Thus the metal ion will fonn

co-ordinate bonds with the ligand moeity of the same polymer chain or it will

form complex with the chelating sites of two adjacent polymer chains [Scheme 1].

When the polymer support contains multi-dentate ligands, chelate

complexes will be fonned [Scheme 2].Recently there has been considerable

activity in bringing phthalocyanine moiety into polymer structures. Dehydration

of the phthalocyanine diols at high temperature gives phthalocyanine polymers.

[Scheme 3]

[ L L L L L |_I M
Ll L L L L L

Schemel

L L L L L L L L

L L L L L L L
Scheme 2

Department of Applied Chemistry, CUSAT 9
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Here the coordinating group may be amino group of amino methylated

poly styrene (a), nitrogen of a polymer supported heterocyclic base (b), polymer

anchored schiff bases (c), poly methyl acrylic acids (d), phosphonic acid groups

in a polymer matrix (e), polymer supported dithiocarbammates(f), polymer

anchored sulphonamides (g), iminodiacetic acids (h), etc.

\/\(\/
cu\ 2I / \

N

N/CHQNHQ OH(3) (b)
10 Department of Applied Chemistry, CUSAT
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H--N 1~m fi NH;HO S
CH2 —~ N f*CH

(C)

\Z\/kg _ S
Q i —-Ql-l

lm(d) (6) (1)
\/’/X \//

\
l /

CH2COOH

cl-|2N<SOQNH2 CHZCOOH(2) (h)
1.4. Polymer Supported Ligands for the Removal of Metal Ions

An important application of functionalized polymers is metal ion removal

for analytical, preparative and for industrial purposes. The wide variety of these

ligands include polymer supported 8-Hydroxy quinoline, iminodiacetic acid,

thiosemicarbazones, functionalized polystyrenes, schiff bases on polymer

supports etc. The high selectivity of these resins for heavy metals enables the

Department of Applied Chemistry, CUSAT 11
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removal and analysis of traces of these metal ions in solution even in the

presence of large amounts of sodium and potassium due to the high stability of

these complexes. These complexes are separated and upon changing the pH the

ligand will be regenerated and it can be recycled. So this method can be

employed for the treatment of industrial waste. Macrocyclic ethers are also used

to separate metal ions and they are also highly selective. It is observed that the

copper desorbed amino resins showed specificity to copper ions in the presence

of other metal ions like cobalt, nickel and zinc. This reveals the fixing of stereo

structure of copper complex“. Recently chelating resins are used as ion—

exchangers instead of the conventional type. The affinity of a particular metal

ion for a certain chelating resin depend mainly on the nature of the chelating

group. The selective behaviour of the resin is mainly due to the stabilities of

metal complexes arising from the high binding energy of these resins. Recent

investigations led to the remediation of ground water contamination by heavy

metal ions by selective ion exchange methods. Many super fast polymeric

sorbents with multifunctionalities for the removal of various types of ions have

been developed.

1.5. Polymer Supports as Ion Selective Electrodes

Ion selective membranes emerged as a potential tool for monitoring our

enviromnent with world wide applications of pollution control, water quality

management, food quality control, medical diagnosis and hygiene control, soil

and fertilizer analysis, industrial production control, waste water management

etc. Polymer membrane electrodes are of various ion-exchange materials in an

inert matrix such as PVC, polyethylene, silicone rubber, teflon etc. Synthetic

membranes can be tailored for the transport of specific ions among other ions of

the same charge. This method enables the qualitative and quantitative analysis

of electrolytes from very low concentrations. The potential developed at the

surface of a membrane is proportional to the concentration of the specific ion.

12 Department of Applied Chemistry, CUSAT
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Ion selective electrodes can also be employed to ions which are not measurable

potentiometrically .

The liquid membrane ion-selective electrode produced in 1967 provided a

means for determining the activity of Ca 2+ ions in solution 6. A significant

advancement in this field was the discovery of a calcium sensor membrane in

which the organic liquid of the liquid membrane was immobilized on to PVC to

produce a polymer film '2. This contained about 70% of the plasticizer, 30% of

PVC and 1% of the ionophore. Later on sensors for ions like Mg 2+, Na+, K+ ,

Ba2+, NO3', NH4+,Cu 2+, Cd 2+, Eu 2+ etc have‘ been developed. Other polymers

like polystyrene, PMMA, polyamides, polyimides, etc are also used as the

support. Although the development of ISE occurred rapidly in the past three

decades, promising investigations are still going on.

1.6. A Brief Review on Applications of Polymer Supports, Polymer
Supported Ligands and Complexes

The literature of polymer supported chemistry is enriched with the

imiovative investigations of the past three decades. Metal ions dissolved in

polyhydric alcohols impregnated in the pores on the surface of polymer supports

are found to be useful for the separation of saturated hydrocarbon from
unsaturated ones” .

Polymer supported quaternary ammonium salts, polymeric phosphonium

etc. salts are found to be good phase transfer catalysts“. It was found that the

solubility properties of substrates, ligands and catalysts can be controlled by the

usage of polymer supports“.

Synthesis and structural characterization of Nip’ and Co2+ complexes with

polymer supported linear bis(catechol) amide ligand was carried out by Marilyn

et al I6. Thus it was found that polymer supported sulfonated catechol amide

ligands could be employed for the selective metal ion removal from aqueous

Department of Applied Chemistry, CUSAT 13
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solutions 17. Investigations on the competitive complexations of Ag+, Hg2+ and

Cu2+ using N-sulfonyl ethylene bis(dithiocarbammate) ligand on macroporous

polystyrene support showed that the overall selectivity ism Hg2+>

Ag2+>Cu2+>Pb2+>Cd2+>Fe3+>Al3"L. A novel biodegradable carboxy functional

lactose copolymer showed high complexing activity” for metal ions like
Cr Hand Fe 3+.

Ion-exchange membranes are modem applications of poly-ions. Insoluble

poly-electrolytes in the form of water swellable beads with macroporous

structure give access to ion-exchange sites. Amberlite IR-120, Dowex SBR etc

are widely used as ion-exchange resins. Studies onzo ion-exchange equilibria

using cation exchanger Amberlite-120 showed that it is more selective for Cu 2+,

ca 2* and Zn 2* than for Mg 2*.

Applications of poly (4-styrene sulfonate) liquid binding layer for

measurement of Cu 2+ and Cd 2+ with the diffusive gradients in thin film

technique showed that poly styrene sulfonate behaved like a cation exchanger 2'.

CO2 fixation has been achieved by Cu(Il) complexes of a tetrapyridinophane aza

receptor 22. Polymer supported Ru(II) complexes are used as metal ion sensors 23 .

A new type of organotin chloride supported on highly porous cross linked

polystyrene showed good activity and stability towards dehalogenation and

radical cyclization 24. The effect of synthetic conditions on the formation of

copper complexes with polyethylene grafted polyacrylic acid was investigated

by Pomogailo et al 25.

Microgels prepared of cross linked polystyrene are used as supports for

organic synthesis 26. Recently a polymer support based on poly ethylene glycol

with high loading capacities has been developed 27. A novel polymer support

based on glycerol with cross linked polystyrene has been developed for

polypeptide synthesis. The support has unique characteristics as the fimctionality
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hydroxyl group in the cross linker is introduced into the support in the

polymerization stage itself. The utility of the resin was tested by the synthesis of a

19 residue peptide and it was compared with the Menifield resin 28.

Chiral bisoxazolines [box] supported on modified polyethylene glycol is

used as ligands in some asymmetric transformations under homogeneous

conditions”. They are also used for the enantio-selective synthesis when

supported [box] is used in combination with Cu(II) salts. Polysulfones

containing pendant aldehyde groups have potential uses as reactive polymer

supports to bind enzymes and ligands”. Poly tetrahydrofuran cross linked

polystyrene is employed for solid phase organic synthesis. When poly

tetrahydrofuran was incorporated in polystyrene the overall polarity increased

and the resin swelled to a greater extent than polystyrene —divinyl benzene

matrix. lt also enables the easier isolation of products 3'. Polymeric aldehyde

may also be used to bond inorganic species to the matrix . A novel method for

the recovery of precious metal ions from strongly acidic solutions was

developed with the polymer supported o-phenylene diammine hydrochloride

ligand 32. The transport characteristics of polyglycol liquid membranes are

made use for removing organics from aqueous solutions 33. A highly effective

water soluble polymer supported catalyst , polyethylene glycol bound ligand is

used for two phase asymmetric hydrogenation“. When the complexation was

carried out on polymer supported dibenzo-18-Crown-6, peculiarities were

observed for complexes K;;PdCl4 and K2PtCl4 35. Enantio pure poly [glycidyl

methacrylate co-ethylene glycol dimethacrylate] is found to be a new material

for catalytic asymmetric hydrogen transfer reduction 36.

Microgels supported on polystyrene have good solubility in organic

solvents and they can be precipitated by methanol. They can be used as

scavengers to remove the unreacted isocyanate. Microgel supported sodium

borohydride is used as a reducing agent”. Functionalized polymer support was

Department of Applied Chemistry, CUSAT 15
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prepared by the co-polymerization of styrene and acryloyl chloride and it is

used as an electrophilic scavenger which reacted readily with N,O,S and C

nucleophiles. Scavenging ability was demonstrated by the removal of benzyl

amine from aqueous solution at room temperature38. Polymer supported calix [4]

arenes are used for sensing and for the conversion of NO;/N04 39. Photo

oxygenation was carried out successfully with polystyrene supported tetraphenyl

or tetratolyl porphyrin sensitizers. It is highly swollen in organic solvents and so

it is irradiated under air using allylic alcohol 40. Hydrogel characteristics of

electron beam immobilized poly[vinyl -pyrollidone] film on PET support were

characterized by ellipsometry, XPES and Atomic force microscopy. These

studies showed that cross linked layers swell in aqueous solution by a factor

7.Electron beam cross linking of pre adsorbed hydrophilic polymers permits a

durable fixation of a swellable polymer network on polymer support 41.

Palladium(II) complexes supported on silica-poly vinyl pyridine are also

reported as hydrogenation catalysts 42. Polymer supported Rhodium(l) 2,2’

bipyridine complex is also found to catalyze hydrogenation reactions 43. Zupan

-and Segatin found that bromination of organic compounds can be done

conveniently by polymer supported bromine complexes“. Polystyrene supported

phosphonotungstic complexes are used for epoxidation reactions 45. Synthesis and

characterization of transition metal complexes of 2,2/ bis imidazole supported on

polycarbonates was reported by Collier and Cho46 . Schiff base complexes of

Cu(ll),Ni(II),Co(ll), Mn(II) and Zn(ll) were prepared on Urea-Formaldehyde

polymer support 47. Oxidation of 2,6 xylenol is catalyzed by polymer supported

Cu(II) complexes 48.

The synthesis of polystyrene supported resin containing schiff bases

derived from salicylaldehyde and triethylene tetramine and its complexes of

Cu(II), Ni(lI), Co(ll), Fe(IIl), Zn(lI), Cd(Il), Mo(VI), and U(VI) were reported

by Syrnal and Singh 49. Polymer supported chromium peroxide complex is
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found to be very effective for the selective oxidation of alcohols 50. Enantio

selective parallel synthesis was carried out using polymer supported chiral

Co[salen] complexes“. Polystyrene supported thiosemicarbazone complexes of

Cu(Il), Ni(II), Fe(III), and Co(Il) are found to be very effective catalysts for the

decomposition of H202 and in the epoxidation of cyclohexene and styrene . The

study also revealed the dependence of reaction rate on the degree of cross

linking”.

Silica supported chitosan-palladium complex is reported as an efficient

catalyst for the asymmetric hydrogenation of ketones53. Polymer supported

Fe(IlI) complex is a good catalyst for the coupling reaction between

acylchloride and Grignard reagent“. Polymer supported bis oxazoline copper

complexes are used as catalysts in cyclopropanation reactions55. Metal nano

particles on functionalized polymer supports are also found to be efficient

catalysts 56. A novel hydrazine linker resin is employed for the solid phase

synthesis of on-branched primary amines”. Spectacular achievements in catalytic

asymmetric epoxidation of olefins have been reported using chiral and

recyclable Mn(III) [Salen] complexessg. The catalytic activity of schiff base

complex of Fe(III) on polystyrene was reported by Antony et al59. A novel

silica-poly glycol supported bimetallic palladium based catalyst is found to be

effective for the dechlorination of aromatic chlorides 60.

An interesting feature of a polystyrene supported oxo rhenium complex is

that it is a catalyst for alcohol oxidation with DMSO and for the de-oxygenation

of epoxides to alkenes with triphenyl phosphineél. Polybenzimidazole supported

[Rh (cod)Cl]; complex is an effective catalyst for the preparation of substituted

polyacetylenes which are widely used in non linear optics62. A new

homogeneous catalyst of poly[N-vinyl-pyrollidone] CuCl2 complex is employed

for the oxidative carbonylation of methanol to dimethyl carbonate 63. Saladino

et al have found that polymer supported methyl rhenium tri-oxide and hydrogen
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peroxide are very effective for the selective oxidation of phenol and anisole

derivatives to quinones64. Polyethylene glycol supported Cu(II) triaza

cyclononane is found to be an efficient, recoverable and recyclable catalyst for

the cleavage of phospho diester 65. Silica supported poly a—amino propyl silane

complexes of _ Cu(ll), Ni(ll), and Co(II) are eflicient catalysts for Heck

vinylation reactions“. Investigations carried out on metal complexation with

functionalized polymer supports revealed that it is an adsorption/ complexation

phenomena“. Studies on the eatalase like activity of polystyrene supported

schiff base metal complexes showed the dependence of activity on the nature

and degree of cross linking and the metal uptake is found to be in the order 68

Cu(ll) > Co(Il) > Ni(Il) >Fe(IlI) . Catalytic activity is found to be high for

polymer supports having a lower degree of cross linking. Polymer supported

Cu(lI) complexes are very effective for C—N and C-—O cross coupling

reactions with aryl boronic acids 78. Surface functionalized polyethylene and

polypropylene are found to be good humidity sensors”.

1.7. Scope of the Present Investigation

Polymer supports have become inevitable as they have been employed

successfully and efficiently as reagents, catalysts and substrates. An important

application of polymer supports is the separation of trace metals and toxic metal

ions from impure water by complexation. Super fast sorbents of ions of

multiple functionalities are recent developments.

Polymer supported metal complexes are also found to be highly versatile.

Many of them are used as catalysts for the synthesis of organic compotmds of

industrial and scientific importance. Preparation of potable water, desalination

of water and recovery of metal ions including precious metals are new

achievements. Development of perm selective membranes and their applicability

as ion-selective electrodes are promising achievements. So the present
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investigations have been carried out on this expanding area of polymer

supported metal complexes. The objectives of the work are the following

1. Synthesis and characterization of polymer supported complexes of Cu(II),

Ni(ll), Fe(lIl),Co(Il), Mn(ll) and Zn(lI) with schiff bases obtained by

' Condensing amino methylated polystyrene with 4-hydroxy benzaldehyde

' Condensing amino methylated polystyrene with p-dimethyl amino

benzaldehyde

I Condensing amino methylated polystyrene with 3-nitro benzaldehyde

2. Metal ion removal studies using

I Schiff base of amino methylated polystyrene with 4-hydroxy benzaldehyde

' Schiif base of amino methylated polystyrene with p-dimethyl amino

benzaldehyde

3. Preparation of Cupric ion selective potentiometric sensor using the

complex of Cu(II) with the schiff base obtained by the condensation of

amino methylated polystyrene with p-dimethyl amino benzaldehyde

The above mentioned studies have been incorporated in the thesis
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2.1. Introduction

This chapter deals with the reagents and procedure employed for the

synthesis and characterization of schiff bases and metal complexes. The various

methods used for characterization and the procedure for application studies are

also included.

2.2. Reagents and Instruments

Amino methylated polystyrene is a product of Thermax Corporation Ltd., Pune,

obtained as a gift sample. The aldehydes, 4-hydroxy benzaldehyde, p-dimethyl amino

benzaldehyde and 3-nitro benzaldehyde are products of Merck. The metal salts,

Cu(CH3COO)2.H2O, CuCl2.2H;O, Ni(CH3COO)2.4H;O, NiCl;.2H;O, Fe (CH3COO)3_

H10, Co (CH3COO)2.6H2O, Mn(CH3COO)2.H2O, Zn(CH3COO)2.2H2O, and solvents

such as dimethyl formamide (DMF), methanol and diethyl ether are also from Merck.

The CHN analysis was perfonned on PE 2400 model from Perkin Elmer.

Magnetic susceptibility measurements were carried out on a PAR 155 Vibrating

sample magnetometer at IIT Roorkee. The electronic spectra was recorded on a

Ocean Optics, Inc.S D 2000 Fiber Optic spectrometer attached with a charge device

detector. IR spectra of the schiff base and the complexes were recorded in KBr on a

Perkin Ehner FTIR spectrometer. Thermogravimetric analysis was performed on a

Perkin Elmer Diamond TG DTA. Potential measurements were carried out on a

digital voltmeter. The pH measurements were carried out on a Systronics Digital

pH meter. AAS was carried out using a PE 31 10 spectrophotometer.

2.3. Experimental

2.3.1. Synthesis of schiff base of 4-hydroxy benzaldehyde and amino
methylated polystyrene [PS-HB]

Amino methylated polystyrene (lxl0'3 mol dm'3) was suspended in DMF

(l0mL) for 1 h so that the polymer swells considerably. A solution of 4-hydroxy

—- ~ it . _____ _ Y7? -1..»-.---~-..-—-—— — ——~ - - -——-
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benzaldehyde (2xl0‘3 mol dm'3) in DMF (l0mL) was added to the above

suspension .The mixture was heated under reflux for 18 h with stirring. It is

cooled to room temperature. The golden brown coloured polymer supported

ligand was filtered, washed with DMF, methanol, distilled water and finally

with diethyl ether and dried in vacuo.

2.3.2. Synthesis of schiff base of p-dimethyl amino benzaldehyde with
amino methylated polystyrene [PS-DMAB]

Amino methylated polystyrene (lxl0'3 mol dm'3 ) was soaked in DMF

(l0mL ) for l h and p-dimethyl amino benzaldehyde (2xl0‘3 moldm'3 )

dissolved in DMF (l0 mL ) was added to the polymer suspension. This mixture

was then refluxed for 18 h with stirring to form the chocolate coloured polymer

anchored ligand. It was then filtered, washed with DMF, methanol, distilled

water and finally with diethyl ether and dried in vacuo.

2.3.3. Synthesis of schiff base of 3-nitro benzaldehyde with amino methylated
polystyrene [PS-NB]

A solution of 3-nitro benzaldehyde (2x1O'3 mol d1n‘3) in DMF (l0mL) was

added to a suspension of amino methylated polystyrene (lx10'3 mol dm'3) in

DMF (l0mL) and refluxed for I8 h with stirring. The yellow coloured product

thus obtained was filtered washed with DMF, methanol, distilled water and

finally with diethyl ether and dried in vacuo.

2.4. Synthesis of Complexes

Three series of metal complexes of the three schiff bases were prepared. Each

of these series consisted of complexes of metals such as Cu (ll), Ni (II), Co (II),

Mn(Il),Fe(III) and Zn (ll).The metal and ligand are taken in the ratio 1:2 for the

preparation of these complexes.
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2.4.1. Metal complexes of the schiff base of p-hydroxy benzaldehyde
and amino methylated polystyrene [PS-HB]

The required metal salt (lxl0'3m0l dm'3) [Cu (CH3C00)2.H20, CuCl2_2H2O,

Ni(CH3C00)2. 4H20, NiCl2. 21-120, Co (CH3C00)2. 6H20, Mn (C1-I3C00)2. H20,

Fe (CH3CO0)3. H20, Zn(CH3C00) 2.2H20] was suspended in DMF (l0mL) and

it was added to the polymeric schiff base (2xl0‘3 mol dm'3 ) suspended in

DMF(l0mL). The mixture was heated under reflux for 6-10 h and cooled to

room temperature. The complex formed was washed with DMF, methanol,

distilled water and with diethyl ether. It was then dried in vacuo.

2.4.2. Metal complexes of the schiff base of p-dimethyl amino benzaldehyde
and amino methylated polystyrene[[PS-DMAB]

The polymeric schiff base (2xl0'3 mol dm'3) was suspended in DMF(l0mL)

and kept for lh.The metal Salt (lxlO'3m0l dm'3) [Cu(CH;,C00)2.H20, CuCl2.

2H20, Ni (CH3C00)2. 4H2O, NiCl2. 2H20, Co(CH3C00)2.6H20, Mn (CH3C00)2.

H20, Fe(C1-l3C00)3.H20, Zn(CH3C00)2.2H20] was also suspended in DMF

(l 0mL) and it was added to the polymer suspension. The mixture was heated under

reflux for 6-10 h. The complex fonned was cooled, filtered, washed with DMF,

methanol, distilled water and finally with diethyl ether and dried in vacuo.

2.4.3. Metal complexes of the schiff base of 3-nitro benzaldehyde and amino
methylated polystyrene [PS-NB]

A solution of the required metal salt (lxl0'3mol dm'3) [Cu (CH3C00)2.

H20, CuCl2.2H20, Ni(CH3C00)2.4H20,NiCl2.2H20, Co(CH3C00)2.6H20, Mn

(CH3C0O)2.H2O, Fe(CH3C00)3.H20, Zn (CH3C0O) 2.2H20] in DMF (l0mL )

is added to a suspension of the polymeric schiff base (2xl0'3 mol dm'3) in DMF

(l0mL) and heated under reflux for 6-10 h. It was then cooled, filtered and

washed with DMF, methanol, distilled water and finally with diethyl ether and

dried in vacuo.
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2.5. Characterization of the Complexes

The complexes were characterized by elemental analysis, IR, UV diffused

reflectance, TG and magnetic susceptibility measurements. The details of these

techniques are given below.

2.5.1. Elemental Analysis

Elemental analysis was carried out to resolve the molecular formulae of

these complexes and it also enabled to compare the theoretical and calculated

values. CHN analysis was carried out on a Perkin Elmer, PE 2400 model

instrument. The metal content were determined by titrimetric, gravimetric,

complexometric and by AAS methods. Chloride was estimated as AgCl by the

classical titrimetric method.

2.5.2 Infra Red spectral analysis

The characteristic group frequencies in IR spectra are highly useful in

predicting structure and geometry of ligands and complexes. On comparing the

spectra of ligands and complexes ,the co~ordination sites in the ligand and the

geometry of the complexes are ascertained. IR spectra was taken using KBr

pellets on a Perkin Elmer 1600 series FT-IR spectrometer in 4000~200 cm"

region.

2.5.3 Magnetic Susceptibility measurements

Magnetic moments were determined in a PAR I55 model vibrating sample

magnetometer by the application of a magnetic field. From the molar

susceptiblitie_s_ )5 m, the magnetic moment u efi of the substance is calculated.

Herr =2.84[;gmT]'/’ B.M
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So the number of unpaired electron in the molecule is determined. Thus

the geometry of the molecule can be predicted.

2.5.4 Thermal studies

It gives information about the thermal stability of the polymer complex. In

thermo gravimetric analysis the mass of the sample is recorded as a function of

temperature when temperature is raised at a constant rate to about 800°C.The

pattem of decomposition is highly characteristic of the polymeric substance.

The analysis was carried out in a Perkin Elmer Diamond TG DTA.

2.5.5 Diffuse Reflectance UV-Visible Spectroscopy

Information regarding the electronic structure of the metal ion7

stereochemistry and co-ordination structure of polymer supported complexes of

transition metals are obtained from electronic spectra.

The electronic spectra of transition metal complexes are mainly due to d-d

transitions within the transition metals and due to charge transfer from metal to

ligand or from ligand to metal. Information regarding oxidation state and
coordination environment of the transition metal ion is obtained from d-d

transitions. Charge transfer transitions lead to intense lines and it gives

information regarding donor and acceptor atoms in the complex. The diffused

reflectance was measured using Ocean Optics, Inc. SD 2000 Fiber Optic

spectrophotometer.

2.6 Application Studies

2.6.1 Metal ion removal

Metal ion removal studies were canied out with the schiff base of p

hydroxy benzaldehyde and amino methylated polystyrene and with the schiff

base of p- dimethyl amino benzaldehyde and amino methylated polystyrene by
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complexing with Cu(lI) and Fe(lIl) ions respectively. These studies were carried

out quantitatively to develop efficient metal ion removing agents working under

optimum conditions. The above said polymer supported ligands were developed

as excellent metal ion removing agents.

In this method, a definite amount of the polymer supported schiff base was

suspended in DMF for l h and weighed amount of metal salt solution was added

to the schiff base and refluxed for a definite interval of time. The unreacted

metal ion was filtered and quantitatively transferred to a standard flask (50mL)

and the metal ion content of Cu(Il) and F e(lII) were determined
spectrophotometrically. Thus the effect of time, ligand concentration ,metal

concentration, effect of pH and the interference due to other ions such as

NH4+,Na+,K+, Co2+,Mn 2+,Ca 2+,Ni ’*,cr,Br", so. 2',NO3‘ and CH;COO' have

been studied. Interference studies were carried out by mixing with definite

amounts of the above mentioned metal ion to the mixture of the ligand and

Cu(II) or F e(III) solution and the experiment was repeated.

2.6.2 Preparation of Cupric Ion Selective Electrode

The ion selective electrode was developed from Cu(ll) complex with the

schiff base of p-dimethyl amino benzaldehyde and amino methylated

polystyrene as the ionophore. The ionophore was prepared by refluxing a

suspension of polymer supported schiff base of p-dimethylamino benzaldehyde

(lxl0'3mol dm'3) with a DMF solution (10 mL) of Cu(CH3COO)2.H;0 for 6 11.

The complex formed was cooled filtered, washed with DMF, methanol, distilled

water, and finally with diethyl ether and then dried in vacuo.

The ionophore (100 mg) [Cu(ll) complex with the schiff base of p

dimethyl amino benzaldehyde and amino methylated polystyrene] was mixed

with pure graphite(900mg) and made in to a slurry with tributyl phosphate as

the binder. This is taken in a glass tube having an inner diameter 5mm and
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140mm length and it is fitted with a plastic top. A steel rod with threaded screw

head is introduced into the glass tube for electrical contact and it is suitably

fixed at the top of the glass tube. This electrode is kept in a solution of copper

sulphate (0.lmol dm '3) for 24 h to attain equilibrium. The electrode is coupled

with a calomel electrode and potential is measured using a digital voltmeter.

Thus the cell is

Ion selective electrode / Test solution // Saturated calomel electrode.

The potential of the electrode was measured at different concentrations of

Cu?’ for studying the response of the electrode. The effect of pH on electrode

potential was studied using Cu2+ ion solutions in different buffer solutions and

optimum pH was determined. Cu 2+ ion solution of the same concentration was

mixed with solutions of varying concentrations of ions such as NH4+, K+, C02+,

Zn 2+, Ca 2+,Ni 2+,Cl', (COO); 2',SO4 2' and N03 _ for studying the interference

of these ions.

__._.._. .-.~ _....._.._-\..--v-_ . ' — ————
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3.1 Introduction

Functionalized polymers formed the basis for the important trends in

polymer science for the last three decades. They have the combination of

properties that are derived from the macromolecular structure as well as due to

the functional group. Higher sophistication in the use of advanced polymeric

materials led to an increased demand on the design of macromolecular structures

with the desired combination of properties. Now greater emphasis is given for

the spacing of functional group with respect to the macromolecular backbone for

optimal functionality. An interesting feature of functional polymers is their

affinity towards metal ions. Polymer supported ligands are prepared from

functional polymers. These polymeric ligands are able to co-ordinate with

transition metal ions to form polymeric complexes which are of wide

applicability.

This chapter explains the synthesis and characterization of three series of

polymeric schiff base complexes of Cu(II), Ni(II), Co(lI), Mn(ll),Fe(III) and

Zn(II).

3.2. Results and Discussion

3.2.1 Metal complexes of p- hydroxy benzaldehyde schiff base of amino
methylated polystyrene

The synthesis of the ligand and metal complexes are presented in chapter II.

The flesh coloured ligand became brown, red, pale green and yellow upon

oomplexation with the metal ions. Both the ligand and the complexes are

insoluble in most of the organic solvents.

2 Z NI-12+ OHC OH Q N _;CH QH
Scheme4
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3.2.1.1. Elemental analysis

The results of elemental analysis are presented in Table l.The results

obtained are found to be in agreement with the theoretical values.

3.2.1.2‘. Infra red spectra

IR spectral data of ligand and complexes are presented in Table 2 and in

Fig.1 .The co-ordination sites of the polymer supported ligand was identified from

the IR spectra of the ligand and the complex. A strong IR band at 1677 cm" in the

ligand showed a negative shift by about 10-20 cm'l in the complex confirming

the co-ordination of the azomethine group (C = N) through nitrogenso. The co

ordination of the solvent DMF through oxygen was ascertained by the lowering

absorption frequency of v(C = O) band by 15-40 cm‘1in the spectrum of the

complex .The symmetric (COO) stretching frequency and the anti symmetric

stretching frequency of acetate ion are shifted to 1391-1393 cm" and 1604

1612 cm'l .The frequency difference of 210-225 cm" between the two types of

vibrations indicate the monodentate nature of the acetate ion 8'. The new bands

obtained at 480-416 cm” in the spectra of complexes indicate the co-ordination

of metal ions (M—N) through nitrogen of the azomethine group 81.

3.2.1.3. Electronic spectra

The electronic spectral data of complexes are presented in Table 3 and in

Fig.2. UV-Visible spectra can provide valuable information regarding the

bonding and structure of complexes. The electronic spectra of Cu(II) complex

[Cu(PSHB)2.OAc.DMF] exhibits bands at 16100 cm'l due to 2B]g —> 2A2g

transition and a strong absorption at 33330 cm" which is probably due to charge

transfer transition indicating square planar geometry for the complex82.The Cu(II)

complex [Cu(PSHB)2.Cl.DMF] also shows a band at 17300 cm‘l and another

intense band at 38400 cm".These absorptions may be due to 2B1g -9 2A2g
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transition and due to charge transfer transition respectively and these transitions are

also indicative of its square planar structure. The reflectance spectrum of

Ni(II)complex shows bands at 9590cm'l,l53 84 cm'1, and at 22202 cm" which may

be assigned id 3A.2g + 3T2g(F) , 3A2g -> 3T1g(F) ,3A2g 9 3T1g(P) transitions

respectively suggesting an octahedral structure for the complex
[Ni(PSHB);.OAc.3DMF]83 .Bands obtained for the Ni(II) complex,

[Ni(PSHB)2.Cl.3DMF], at 9256 em" ,15530 em" ,23s29 em" are also

consistent with the octahedral structure of the complex. The Co (II) complex

[Co (PSHB)2.OAc.3DMF] exhibited bands at 9090 cm", 20830 em“ and at

1111] cm".The lowest energy band may be assigned to 4T1 g9 4T2g transition

and the band at 20830 cm"is assigned to 4T1g9 4A2g .Another characteristic

band obtained at lllll cm" may be due to 4T|g9 2 Eg These spectral bands

suggests an octahedral structure for Co(II ) complex“. The reflectance spectrum

of Fe(III) complex [Fe(PSHB)2.OAc.3DMF] gave bands at 10526 cm",l5873 cm"

and at 23809 cm"which may be assigned to “Age 4T]g(G) ,6A]g e 4T2g(G) ,

and 6Alg 9 4AIg(G) transitions respectively .These transitions indicate an

octahedral structure for the COIT1plCX83.

The Mn(II) complex [Mn(PSHB)2 OAc.3DMF] exhibits bands at 10989

cm" and 15151 cm" ,which may be due to 6A1 g 9 4T1 g(G) and 6A1 g 9 4T2g(G)

transitions respectively and a strong band obtained at 24570 cm‘1 ,which is

probably due to 6AIg 9 4A1 g(G) and 6A1g 9 4Eg transitions which are

degenerate‘ These transitions are in favour of an octahedral structure for Mn(Il)

complex“.

3.2.1.4. Magnetic moments

The magnetic moments of complexes are presented in Table 4. The Cu (II)

complex shows a magnetic moment of 1.97 BM suggesting square planar

geometry for the complex. The Ni(lI) complex records a magnetic moment of

3.22 BM which falls in the range for octahedral geometry“. The Fe(III)
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complex has a magnetic moment of 5.96 BM which is very close to the spin

only value of octahedral complexes of Fe (IIl)85 .The Co(lI) complex exhibits a

slightly high magnetic moment of 4.72 BM indicative of high spin octahedral

geometry. The high magnetic moment may be due to the orbital contribution“.

The Mn(Il) complex has a magnetic moment of 5.94 BM which correspond to

the octahedral geometry of the molecule. The Zn(ll) complex is diamagnetic

which is consistent with its dm configuration.

3.2.1.5. Thermogravimetric analysis

The results of thermal studies of some selected complexes are presented in

Table 5 and in Fig. 3. Thermogravimetric analysis showed that the weight loss

of about 6.8 to 8.5 % correspond to the elimination of acetate in the temperature

range of 110 to 200 °c and the weight loss of 13 to 23 % upto about 300 °c

correspond to the loss of one molecule of DMF from Cu(lI) complex and three

molecules of DMF from Ni(lI) and Mn(II) complexes . These results are

consistent with the suggested molecular formula of the complexes.

3.2.1.6. Conclusion

Eight metal complexes have been prepared from p- hydroxy benzaldehyde

schiff base of amino methylated polystyrene and all of them have been

characterized by analytical, IR & UV spectral, thennal and magnetic moment

studies. Thus it was confinned that Cu (II) complexes, [Cu(PSHB);. OAc.DMF]

and [Cu(PSHB)2.Cl.DMF] have square planar structures(Fig.4.&Fig.5) where

as the Ni(ll) complexes [Ni(PSHB)2.OAc.3DMF] and [Ni(PSHB)2.Cl.3DMF]

(Fig. 6&7), Co(lI) complex [Co(PSHB)2.OAc.3DMF] (Fig.8), Fe(lll) complex,

[Fe(PSHB)2.OAc.3DMF] (Fig.9), and the Mn(II) complex, [Mn(PSHB)2.

OAc.3DMF] (Fig.l0) are of octahedral geometry (Fig.).The Zn(ll) complex,

[Zn(PSHB);.OAc.DMF] is found to have tetrahedral structure (Fig.1 l)

36 Depqrfmenf of Applied Chemistry, CUSAT



__  -.    . .    @9w'i2-<.1%*wfC‘5§ta.¢¢.w%4?2'qa

3.2.2. Metal complexes of p-dimethyl amino benzaldehyde schiff base
of amino methylated polystyrene

Details regarding the synthesis of p-dimethyl amino benzaldehyde schiff

base of amino methylated polystyrene(Scheme 5) and its complexes were

discussed in Chapter II. The flesh coloured ligand became dark brown, orange,

grey, red brown and yellow colour upon complexation with various metal ions.

The complexes are stable and are insoluble in water and in other common

inorganic solvents but sparingly soluble in DMF.

<CH3N?-HCi<: :>—NNH: + OHC N< jg. CH3
Scheme 5

3.2.2.1. Elemental analysis.

The elemental analytical data of ligand and complexes are presented in

Table 6. The observed values are found to be consistent with theoretical values.

3.2.2.2. Infra red spectra

IR spectral data of ligand and complexes are presented in Table 7 and in

Fig.12. The polymer supported ligand [PSDMAB] exhibits a band at 1678 cm"

which shows the characteristic stretching vibrations of azo methine group

(C=N) whereas in complexes it was lowered by 10-15 cm‘! indicating the co

ordination of azo methine group through nitrogenso. Moreover additional bands

at 480-415 cm'1 confirm the nitrogen co-ordination to the metal (M-N)“ . The

frequency of absorption due to v(COO)sym. and v(COO) anti.sym. occur at

1388-1393 cm'l and 1604-1613 cm" respectively. The monodentate nature of

acetate ion was confirmed by this energy differences‘. The shift in absorption
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frequency of 1681 cm" by 25-50 cm“ suggest the co-ordination of DMF to the

metal ion through oxygen“.

3.2.2.3. Electronic spectra

The electronic spectral data of complexes of PSDMAB are presented in

Table 8 and in Fig.l3. The electronic spectrum of Cu(II) complex,
[Cu(PSDMAB)2.OAc.DMF] exhibits a band at 15384 cm'l which may be

assigned to 2B]g -9 2A2g transition and an intense band. The intense band

observed at 31250 cm" may be due to charge transfer transitionsz. These

transitions are in favour of square planar geometry for the complex. The Cu(Il)

complex, [Cu(PSDMAB);.Cl.DMF] gives bands at 17241 cm" and at 27770

cm'l which may be due to 2B|g -9 2A2g transition and due to charge transfer

transition respectively. These transitions are in agreement with its square planar

geometry. The Ni(II) complex [Ni(PSDMAB)2.OAc.3DMF] has bands at 10309

cm" ,l6393 cm" , 25641 cm“ which may be due to 3A2g -9 3T2g(F),3A;g —)

3T1 g(F) and 3A2g -) 3T]g(P) transitions respectively. These transitions indicate

that Ni(Il) complex have an octahedral structure”. The bands obtained for

[Ni(PSDMAB);.Cl.3DMF] at 10989 em" ,142s5 em" ,24390 cm" are also in

favour of its octahedral structure. The reflectance spectrum of Co(II) complex

is highly informative. The Co(II) complex [Co(PSDMAB);.OAc.3DMF] shows

peaks at 8928 cm"' ,l6393 cm" , 10526 cm" . These peaks may be assigned to

4Tlg -9 4T2g,, 4Tlg -9 4A2g, and to 4T1g —) 2 Eg transitions respectively suggesting

an octahedral structure for the complex“ .The Fe(III) complex,
[Fe(PSDMAB)2.OAc.3DMF] exhibits peaks at 10416 cm" ,1ss73 em‘ ,2197s

cm” which are probably due to 6A|g —) 4T]g(G), 6A|g-9 4T2g(G), 6Alg —) 4A1 g(G)

transitions respectively in an octahedral environment83. The Mn (II) complex,

[Mn(PSDMAB);.OAc.3DMF] has bands at 10638 cm" ,153s4 em" which may

be due to 6A]g -9 4T|g(G),6A,g -) 4T2g(G) transitions and an intense peak at
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£4390 cm'l is due to the degenerate 6A|g 9 4A]g(G) and 6A1g —) 4Eg transitions

vhich are highly characteristic of an octahedral geometry“.

l.2.2.4. Magnetic moments

The magnetic moment data of complexes are presented in Table 9. The Cu

Efll) complex [Cu(PSDMAB)2.OAc.DMF] has a magnetic moment of 1.86 BM
iv./hieh is in the normal range observed for square planar complexes. The Ni (II)
-J
I

complex [Ni (PSDMAB)2.OAc.3DMF] exhibits a magnetic moment of 3.31 BM

indicative of octahedral geometry for the complex“. The Fe (III) complex

[Fe(PSDMAB)2.OAc.3DMF] records a magnetic moment of 5.97 BM which is

consistent with the spin only value observed for octahedral complexes85.The

magnetic moment observed for Co(II) complex [Co(PSDMAB)2.OAc.3DMF] is

4.50 BM which is slightly high. But this can be attributed to spin orbit coupling

observed for octahedral complexessf’. The Mn(II) complex [Mn(PSDMAB)2.

OAc.3DMF] exhibits a magnetic moment of 5.96 BM which is close to the spin

only value observed for Mn(ll) octahedral complexes. The Zn (ll) complex is

found to be diamagnetic.

3.2.2.5. Thermo gravimetric analysis

Thermogravimetiic analysis of some selected complexes are carried out and

the results are presented in Table 10 and in Fig.l4. Thermal studies shows that the

weight loss of about 6.5 to 8% indicates the loss of acetate in the temperature range

l20-200 OC and a subsequent weight loss of 10- 25.5% correspond to the loss of

one and three molecules of DMF from Cu(ll) and Co(II) complexes respectively.

These results agrees with the suggested molecular formula of the complex.

3.2.2.6. Conclusion

The second series consists of eight metal complexes prepared from p

dimethyl amino benzaldehyde schiff base of amino methylated polystyrene.
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They are characterized by analytical, IR& UV spectral, thermo gravimetric

analysis and magnetic susceptibility measurements. From these results it is

confirmed that the Cu(ll) complexes, [Cu(PSDMAB)2.OAc.DMF] and

[Cu(PSDMAB)2. CLDMF] have square planar structure (Fig.lS&l6). The Ni(lI)

complexes, [Ni(PSDMAB)2.OAc.3DMF] and [Ni(PSDMAB);,.Cl.3DMF]

(Fig.l7&l8), the Co(II)complex, [Co(PSDMAB)2. OAc.3DMF] (Fig.l9), the

Fe (III) complex, [Fe (PSDMAB)2. OAc.3DMF] (Fig.20), and the Mn(ll)

complex, [Mn(PSDMAB)2. OAc.3DMF] (Fig.2l) are of octahedral geometries.

The Zn (II) complex [Zn(PSDMAB)2.OAc.DMF] (Fig.22 ) is confirmed to have

a tetrahedral structure.

3.2.3. Metal complexes of 3-nitro benzaldehyde schiff base of amino
methylated polystyrene

The preparation of the ligand, 3-nitro benzaldehyde schiff base of amino

methylated polystyrene (PSNB) [scheme 6], and its metal complexes are

presented in chapter II. The ligand (PSNB) is greenish yellow and it changes to

coffee brown, brown, red brown, gray , golden yellow and flesh colour upon

complexation with the metal ion. They are stable at room temperature ,insoluble

in water and in other common organic solvents but sparingly soluble in DMF.

N02 N02
Scheme 6

3.2.3.1. Elemental analysis

The results of elemental analysis are presented in Table ll.The percentage

composition obtained is found to be consistent with the theoretical values.
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3.2.3.2. Infra red spectra

The IR spectral data are presented in Table 12 and in Fig.23. The IR

spectrum of the polymer anchored ligand (PSNB) shows a band at 1646 cm‘l

which is probably due to the azo methine group. A positive shift of this band by

10-25 cm" is observed in metal complexes indicating nitrogen co-ordination of

the azo methine group .The increase in frequency of absorption may be due to

the enhanced bond strength 87. The co-ordination of nitrogen to metal is further

confirmed by the appearance of additional bands“ in the range 479-417 cm".

The co-ordination of DMF though O is indicated by a negative shifts‘ of the

band at 1680 cm" through 20-45 cm". The vibrational frequencies of symmetric

and antisymmetric stretching of acetate is obtained in the range 1391-1394 emf

and 1604-1610 cnfl respectively. The difference of energy between these two

bands suggest the monodentate nature of acetate ions].

3.2.3.3. Electronic spectra

The UV-Vis spectral data are presented in Table 13 and in Fig.24. The

reflectance spectrum of Cu(II) complex [Cu(PSNB)2.OAc.DMF] exhibits a

band at 16393 cm" which may be due to 2BIg -)2A;g transition and a strong

band at 26315 cm'l which may be attributed to charge transfer transition82.These

bands suggest a square planar structure for the complex. ln the case of

[Cu(PSNB)2.C1.DMF] complex absorption bands are obtained at 16129 cm" ,

and at 35714 cm". These bands also may be due to 2BIg 9 2A2g transition and

due to charge transfer transitions respectively indicating square planar geometry

for the molecule. Three peaks are obtained for the Ni(II) complex

[Ni(PSNB);.OAc.3DMF] at 10526 cm" ,16000 ¢m",24390 cm" which are

probably due to 3A2g e 3T2g(F),3A2g 9 3Tlg(F) and 3A2g 9 3T|g(P) transitions

respectively, suggesting an octahedral structure for the complex“. The

[Ni(PSNB)2.Cl.3DMF] complex also registers bands at 10309 cm" ,l7241 cm“ ,
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and at 27027 cm" which are also in favour of its octahedral geometry. The

electronic spectrum of Co(II) complex, [Co(PSNB)2.OAc.3DMF] has peaks at

9100 cm",15875 cm" and at 10869 cm" .These spectral bands are highly

characteristic of Co(II) octahedral complexes and they may be assigned to 4T1 g

-9 4T2g_,4T;g-9 4A2g, and to 4T;g+2 Eg transitions respectively“. The Fe(lII)

complex [Fe(PSNB)2.OAc.3DMF] shows peaks at 10256 cm", 14814 cm‘! and

at 25641 cm" .These peaks are probably due to 6A|g->4T|g(G),6A|g —)

4T2g(G),6A] g -94A;g(G) transitions respectively indicating an octahedral structure

for the complex83.The Mn(II) complex, [Mn(PSNB);.OAc.3DMF] registers

bands at 10204 cm" ,15184 cm" and an intense band at 24971 cm“'.The first

two bands may be due to 6A]g —) 4T|g(G), 6A1g -9 4T2g(G) transitions .The

strong band obtained is characteristic of Mn(1l) complexes which is probably

due to the degenerate 6A1 g -) 4A]g(G) and 6A1g -9 4Eg transitions“.

3.2.3.4. Magnetic moments

The results of magnetic susceptibility measurements are presented in Table

14. The Cu(II) complex records a magnetic moment of 1.81 BM which is very

close to the spin only value of square planar Cu(II) complexes. The Ni(II)

complex has a magnetic moment of 3.19 BM which corresponds an octahedral

structuress. A slightly high magnetic moment of 4.63 BM was recorded for

Co(II) complex which is usually observed for octahedral structures and it is due

to the orbital coupling“. The magnetic moment of Fe(III) complex is found to

be 5.90 BM which is consistent with the spin only value for octahedral

complexes“. The Mn(lI) complex exhibits a magnetic moment of 5.74 BM

which is in the normal range observed for Mn(II) octahedral complexes . The

Zn(lI) complex is found to be diamagnetic.

42 Department of Applied Chemistry, CUSAT



my   _ mm Syntfiestlr an¢fC!i_4fg1_c_tqr3'zation

3.2.3.5. Thermogravimetric analysis

The results of thermal studies of these complexes are presented in Table 15

and in Fig.25.From thermo gravimetric analysis it is found that the weight loss

of 6.5 to 8% in the temperature range of 120-180 °C correspond to the loss of

acetate from Cu(II), Ni(ll) and Co(II) complexes. Another weight loss of 10

25% was observed in the temperature range 150 to 320 °C which indicate the

loss of one molecule of DMF from Cu(II) complex and three molecules of DMF

from Ni(Il) and Co(lI) complexes.

3.2.3.6. Conclusion.

The third series also contains eight metal complexes prepared fi'om 3-nitro

benzaldehyde schiff base of amino methylated polystyrene. The characterization

of the ligand and complexes were carried out by analytical, IR&UV spectral,

magnetic susceptibility measurements and by thermo gravimetric analysis. Thus

it is confirmed that the Cu(II) complexes [Cu(PSNB);.OAc.DMF] and

[Cu(PSNB);.Cl.DMF] have square planar structures (Fig.26&27).The Ni(II)

complexes [Ni(PSNB);.OAc.3DMF] and [Ni(PSNB)2.Cl.3DMF] (Fig.28&29),

the Co(II) complex [Co(PSNB);.OAc.3DMF](Fig.30 ),the Fe(III) complex

[Fe(PSNB);. OAc.3DMF] (Fig.3l) and the Mn(II) complex [Mn(PSNB)2.

OAc.3DMF] (Fig.32) are found to have octahedral structure. The Zn (II)

complex [Zn(PSNB)2.OAc.DMF] is of tetrahedral structure (Fig.33 ).
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Table 2: IR spectral data of p-Hydroxy Benzaldehyde schiff base of amino
methylated polystyrene and its complexes
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Qfiapter -3 K _ 7 _  __
Table 3: Electronic spectral data of complexes of p-Hydroxy Benzaldehyde

schiff base of amino methylated polystyrene
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1 Cu(PSHB);.Cl.DMF Dark brown 1.97 Square planar 1
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Table 4: Magnetic moments of metal complexes of p-Hydroxy Benzaldehyde
schifi" base of amino methylated polystyrene and its complexes
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N1(PSHB)2.Cl.3 DMF  Yellow 3.22  Octahedral It
1Fe(PSHB)2.OAc.3DMF Red brown 15.96 Octahedral

Co(PSHB);.OAc.3DMF 1 Ash 4.12 Octahedral 1

_ -_-;

Mn(PSHB);.OAc.3DMF Pale brown 5.94 Octahedral
_--_ . _ . _ ---7 —i- ——--— - -- - _ _ ___ — -— —— - - 1i

Zn(PSHB)2.OAc.DMF ‘Golden yellow Diamagnetic Tetrahedral
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» Cu(PSHB);. OAc.DMF 8.5 1 120-200 Loss of acetate
5? 13 200-300 Loss of IDMF
11_ __ _ ____ ___ __  ______ _ __ _ I ‘___ v_ ..___

—.:.t.. _ “II

Ni(PSHB)2.OAc.3DMF Q 7 120-180 ‘Loss of acetate V
23  150-300 Loss of3DMF

Mn(PSHB);;.OAc.3DMF 6.8 1 120-200 Loss of acetate
22 0 150-320 Loss of 3DMF 1
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Table 6 : Analytical data of p-Dimethyl amino benzaldehyde schiff base of

amino methylated polystyrene and its complexes
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81.94  7.51 1 10.55 8 3PSDMAB
(81-81) (7.58) ' (10.61). ,- 15

1

953%?

.8?“
§’

.252

38%!“

67.74 6.70 9.48  9.63Cu(PSDMAB);. OAc.DMF 1 F ;
(68.01)  (6.91) . (9.67) )1 (8.78)

66.67 6.59  9.77 1 5.19 9.56 1Cu(PSDMAB)2.Cl.DMF
(66.86) (6.71) (10.02) 1 (5.07) (9.07)

8 65.48 1 7.36 V 11.21  6.52Ni(PSDMAB);.OAc.3DMF 1 V
1 (65.22) 1 (7.41)  (11.33) y 1 (6.79) .

z Ni(PSDMAB)2.C1.3DMF  11 ((64.20) (7.25) (11.65) (4.22)  (6.98)

.._.__ __ ._ _' .'.". *7 . ' I_— ..— . .'.' '“' -' . —i— . ‘V -—-i'—'T—_q:—-—'—'—_-_- '-5"“-_ '- -_-"V.1 ; ;
64.59 7.10 11.41  4.29 1 6.84

.1 _.__._.----.-3--.-T ..--- —— . , -_-_..__-... —— ;65.26 7.29 11.17 g 1 7.03

65.37  7.32 1 11.15 1 6.67
C0(PSDMAB)2.OAc.3DMF  1

(65.21) t (7.40)  (11.33)  (6.48)

Fe(PSDMAB)2.OAc.3DMF   H 38 1 ;(65.44) (7.42) 1 - ) ((6.92)
i 65.78 5 7.38 . 11.28 6.26 .Mn(PSDMAB);.OAc.3DMF 1 11 (65.57) T (7.44)  (11.37) (6.38) :

64.83 7.26 11.01  1 7.82
Zn(PSDMAB)2.OAc.DMF 1 (

1(64.72) (7.34) (11.25) (7.51)
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Table 8: Electronic spectral data of complexes p-Dimethyl amino benzaldehyde

schiff base of amino methylated polystyrene
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I
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611.89 4A1g(G)
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Table 9: Magnetic moments of complexes of p-Dimethyl amino benzaldehyde
schiff base of amino methylated polystyrene

"Wa

15%

Q;

Wam

‘Q4

Q

,  ,. ..  .,_,.,  .  Q3,  4.  3 .  Q $1""'® 3I   . Ii ‘I  }c§I..IIII ‘raga’ 33" -~?’I\I1Q~I II >1 ?“~ §$ I   %>i§§>ZQ'°-‘.2 Mi?‘  II   I II " " " " I  ’"I§""I 0. 3% 8' swyzlészx wségaig‘  axirwwge  §Q   g . 3  ___.»"":.::":. ’°‘*Q£".§.§§.s °"=°"=~.~"°.*=< ~~;~ -~<~Q Q Q QQ Q $<”°‘“’°"$ :"":--::..:»"~:".:" Q. Q  ":1" 1 .. . :7: =°° =< .,., .,>=° =< 1 . . .~ .Q   §.: ~~ Q ~  - ‘Q. ;~_ 3  ;. A Q-Q ._‘ @'-Q‘<§°,-v<~Q~g-Q~Q—~§n§ |: 9"Y‘0 2? > $Q m§?$4<€ ?.;£Q.Q,.Q.,.,., ,.,  Q‘ , v .  ._ _ -.-.__ Ag W _  , _ 0. , _ 3%,,“ M,‘ A , _ _QQ §_ _.__ {figs 5;; g' =°3~ v ~ P5 ~-WI?’ 93”’ Q» ~$I""“"§§ 3'“ $‘°Q°&k:”""’Z*c?3cs§s"°"" :.I'.. " ’£;$";I§“”“°’“°  :' :-:~ " 5'“ "  :~:':~: "’ ~' " 3 W '-  .~   ~ $1" “I?
"*Q.%§*%%Q§§;:gQ;€§"%§:* '*Q"§f§§>; ;*"3§§j§*§§’§§€‘%‘~f"»*% "  K5‘ "1@?§?¢§~“§~Z”?§§=’ 5-*§*§"=.°‘3, .. §"“3*°***~;=:=§Z‘(Q00 < >'y.<y Q  ~~ "  "'V , ,,_, - Q Q Q Q Q - . Qmtd. VA  "1. .,.,", , . W ,,.,  gs?" W ., "W ~‘< ~*_,__< V ‘mg I?‘ Qgm °~g'jf_m M,
§'§3§,m°W'>: Q3” QQ§3w.: $’Q:Q 33;?" §$;'Z$g§"9.§;’§$°:§.§§3QQ.Q.:Q.;,;.??'m;\s§‘.;.,.,;.,.   1 g} 5 . £19’ .,s:;s.; ;“.Q_::~.   $23; $5/*Q§;;M;;mQ_§ §'II“m .§<§";r5~._. ‘W H“, MM §§_‘@§$Q ’~ mwwvgz QQQQQ 5 ~< Q mQ:;”Q-,Q§ \§ ___:;_:_._..o._:..__:_.:.._._. .,§§3..,:‘_' xi, .,.,Q.,., .,Q , \ __ ... . ,.. . . .,.-<.,.< W .,.<., ._.g;.. ._.-._.- ., §,,;,""“Q'zI"':=.:.':":"I:." "I"I"’II"I*’I*"I*’*3I ~=-~> ~ 155"" V ""5§"?7°?§”°$$1Q§“&"”“"fi" ..’ .."I-"'€°""’I§”I’§IZ  " ’ " "".I..f.§:I ' IIIIIIIIIII'IIIIIIIIIIIIIII'III.IIIIII-I'IIIIII" I~~  §°‘§$3:“§‘*I W
§~;%§§§zi§§; II@;§;.;§§*I‘}°IIII,..§%§Q“.eII§c°§§§§§x  M5 ;§E.f:*;§§E::I.:'IIIIII'IIII';: .‘.._ _‘Q."Q‘:?f_:.  ._   - _;_:;;_;;._._.._,§:.:;:_;Q;~Q;._1>»-~=~ Q ~- I """>@~¥  ’"°° ‘“ "" QI:.:~ ""22"  =< ~~E1..rI’:.. .:.:.I::..~;.~:;.::.::~ :1 ~  ¢_.:,._¢-1 11  ~.  :.:1.  '-:':"fs%:?%%%aseQ2§%2?"°i "»33Q¢§~a’i§Q<     *> ¥ ~ m  ~Q  Q. ~*1- - Q° ;Q . §?%"i’§QQQ~QQ%.§.QQ...§Q;Qm§§-;.;.;_~~_~Q _Q~:_ 3§m§><3.QQ.Q.QQ.Q V M M Q ,, ; Q § 6, £2  /0  < ‘O66 -<Q..QQQQ<-Q- Q QQ,-Q.’°"‘°° w ’ “ mm S Z W?’ ’“**~‘°§ W ‘ - "ks'='"=1~" “> .~  ~_,.._ M  ,,

Qw-Q

Q1?
%Q

°‘?

§

$3-fix

2»rQQ%“

..
§5§%

3

§ 1% Y
5’?

Cu(PSDMAB)2.OAc.DMF .5 Coffee brown 1.86 Square planar .,

Ni(P SDMAB);.OAc.3DMF Brown 3.31  Octahedral
1

I.

Fe(PSDMAB)2.OAc.3DMF Red brown 5.97 Octahedral

; Co(PSDMAB);.OAc.3DMF Grey 1 4.50 Octahedral

Mn(PSDMAB);.OAc.3DMF Brown 5.96 T Octahedral

Zn(PSDMAB)2.OAc.DMF I Golden brown §Diamagnetic Tetrahedral

TabIe10: TG data of complexes of p-Dimethyl amino benzaldehyde
schiff base of amino methylated polystyrene
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We

Cu(PSDMAB);. OAc.DMF 8 1 120-200  Loss of acetate
10 180-300 LOSS Of IDMF

ti Co(PSDMAB);.OAc.3DMF 6.5 120-180  Loss of acetate "
25.5  150-320 Loss of3DMF
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Cfiapter -3

Tahle11: Analytical data of 3- Nitro benzaldehyde schiff base of
amino methylated polystyrene and its complexes
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Q _ (58.25) . (5.80) i (11.61) 9 (4.22) 1 (6.95)J _ _ __. .5 ~-"17 "1
1* ~ ‘~ ._~~ _ i_~- __~ - I, _ > _| . : r.

F

— |: - _ ~ 1 - ~ .1 T ' -.1 ‘inF 11-1 0 |:. 59.61 1- 5.78 11.35 1 6.491 Co(PSNB);.OAc.3DMF . .
1 lf (59.40) _ (5.98) " (11.28) ‘ (6.77) A_ __1 _ 1 _ F _ _ _J_. _ __ . . . .1 59.71
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(59.60) ~‘_ - — _5 - -- l
' .

5.90  11.10 1 1 6.94 “
(6.01) 1 (“'31)  »(6.45).
6.11 7 11.41 ~ 6.02 
(6.02) 5 (11.33)  1 (6.34). _   _ 1.) ___ _ V ._

- ‘ 60.01 “
. Mn(PSNB)2.OAc.3DMF .5 , (59.66) ~I. '0  ‘J ‘ T l1 58.68
Zn(PSNB)2.OAc.DMF 1

1 (58.95)

5.82 A 11.34 1 L 7.75 "
y  (5.94)~ (11.20)  1 (7.47) 1

PSNB yy (72.18 ) . . _ 1

1 - _ _ J . 4  » _ mi - - ., - . 4 - .9  .- _r
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Table12: IR spectral data of 3-Nitro benzaldehyde Schiff base of amino
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Table 13: Electronic spectral data of complexes of 3-Nitro Benzaldehyde
schiff base of amino methylated polystyrene
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Table 14: Magnetic moments of complexes of 3- Nitro benzaldehyde
schiff base of amino methylated polystyreneQ ax 4.
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Table 15: TG data of complexes of 3-Nitro benzaldehyde schiff base of
amino methylated polystyrene
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Fig.1 : IR spectra of PSHB and its complexes
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Fig.2: Electronic spectra of PSHB complexes
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Fig.3: TG — DTG curves of PSHB complexes

Fig.3.3(a] [Cu(PSHB);OAc.DMF]
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Fig 3 (=1 [Mn(PSHB);.OAc.3DMF]
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Fig.5: [Cu(PSHB);Cl.DMF]
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Fig.7: [Ni(PSHB)2Cl.3DMF]
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Fig.9: [Fe (PSHB)2OAc.3DMF ]
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Fig. 11; [Zn(PSHB);.OAc.DMF]
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Fig.12: IR spectra of PSDMAB and its complexes
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\_-_I \_~_ ~""""""'\ _.-.//‘"1\ /\__,/~ H..--.... .-—- -"'—-P i-%_' '_- -\"_ ' _,__ _.. ...

Cu (PSDMAB); OAc. DMF

""'\\\*\ “M1‘-3*‘ /J -e,__,___‘/‘J.../~\_5"” ' -"\-A_____~_ /\._ _

Cu (PSDMAB); Cl. DMF01*E\1%%_€
lNi (PSDMAB); OAc. 3DMF

mqnm u _ - --H.-F_.fi~/W
(PSDMAB); Cl. 3DMF

EMEHLWM M1“? #
Co (PSDMAB); 0A<>. 3DMF

[Fe

fir _' ‘£1.f? i%J/xrg
(PSDMAB); OAc. 3DMF

\

0 é  %W__=%“%%=J% u J
lMn (PSDMAB); OAc. 3DMF

‘1 I —***A_1___"““ I 0* * I  I400 600 800 1000 1200 1400
wave length

Department of Applied Chemistry, CUSAT 65



$XkpmOCBAMDSPfOaWUCGTD_GTbu1_m_FHMD_CAANmAMDSPMWMW41WF% ‘____________ I II Q/__E___ OUCM =O>O__O__z2_ 00 54 4 6 O 5 1 1M * m _ WM “ "__ Jm W M_ w D W __ _ w _m H _ _‘ti __ lm:,¥l§“I.______L_l__,_____ i _ -‘T.._§i5i ‘‘‘‘ 1‘ _____________ ,:}i"i,l§ H _,_}i“’H _ w WW  WW M IM M WM‘m * L_______________ ___ _W W M _" W _ M__ n M H U 0 _‘I _ i‘! _‘}?_l'l_ _]____‘g‘i|._‘. __ _ “H"_ \‘.U _ __ HH _ __ H W _H _ H ‘H U U A_ _ _ _N H H U U Am H _ U U AM M _ _ N M HN _ ~  _ WWH H ~__________ _§_Wi_i_%§__i_W|I} \;¥i_Mi_{_¥‘_iJF!i  iL‘L mN  __ _ _ _ MMH _ kWW M M m QM M M M M mW   M_ I I &_m  _Wrrrrrr   ' A  :1 M“‘_h‘_|_&"“‘W‘¢"'[h_V“‘___M_w %MNM M M N W m 2W m M  i 4T‘ _ _ ifl ‘_ _|f _ _ _  _ :|_|] ‘ _ K; _j|N %D B B A 2 0 B B A 2 0 _2 1 1 1 1 1 D 0 0 Ull as E90342N N* F! T é F“,  i  _:_é_i_ é ITii_o_236BWmMw%%%%%%%%   _      )m M G   H M _ "M_  .___‘_ _  iM ‘K _ 6\ _ W_ ‘X % _ EOO1HMD3cA0‘mAMDSQOC[)b(41_m_F1O_03t I 95 D5 OUCM __O_§2____U UO U UQ 4 0 1 2 3_ __ L1_L_ _L, _W”7% Ia] 1   _  __  _ _ _||_WW W_ NW _L _  _____{_ (Hi _ If H_ W w_ WI W X fw 7_W  iv T_W H_ (L W_ ( H n7 _ H’ W M_J/W_Y _H _ _ __ IW _ _IW _"W 1__ ____ _ _mm _L "gig__ __Ti_wi_ I AH M” H 7 W _ M_,‘¢__H___ML!  Ii‘  I ;‘M‘}‘HM_fiifiii‘Pk|" 'N_TH|y'__ { W 1  IIII "  __W W 1","Lfi.Q’-'}I)'!.‘_#|--:._.‘._'._._IQ’_!,‘..:.“':A\":-’_.:-_I,ik_'H  ‘l V IH _> _H W" NH H H _H W W_ Z" _ Wf __H jm W WW _ M W W( _ __ _ W W_W _  N_ ‘ “V \_M_'S % Z MK  “M YW _W _ _ ___ __\\__ ‘ 3L 1 J _W _W“ _" H_ TMW  __\W7'2%UW_ T__ mfJ_W Qii‘: ‘Tm?u 5_m______ __ v__I_” _ _wu_ M _mrW M6TM_ H_  7WD B2 1‘J T_  _ _\ Ir_A TB A 2 B B1 1 1 1 0I 8 Eu E90;_BAZUUUUO_; _1 U% _U_1 0D0‘Q!i8¥?" ‘V ’_\ _ ‘U _ ‘J T _ j2 4 B 8 0U_ D fl_ O_ 1B n__ O_ U__ l Q___E_g Em__9_5 §_§__®QQI2 1J 30_ 4__J8TASUCWBmBhCd‘wNPA‘mMBmfl0PeD6my _ 6



Syntfiesis and'C!iqracten'.zation

Fig.15: [Cu(PSDMAB)2OAc.DMF]
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Fig.17: [Ni(PSDMAB)2OAc.3DMF]
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Fig.1!-I: [Co(PSDMAB) OAc.3DMF]
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Fig.20: [Fe(PSDMAB);OAc.3DMF]
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Fig.23: IR spectra of PSNB and its complexes
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Fig.31: [Fe(PSNB)2OAc.3DMF]
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4.1 Introduction

Water purification and waste water treatment have become the current

topics of research as many industrial processes produce effluents loaded with

heavy metal ions and other toxic materials . Removal of metal ions from

industrial wastes and from impure water are important for the recovery of metal

ions and to prevent the contamination of the environment as many of the heavy

metal ions are toxic. This is achieved mainly by solvent extraction, ion exchange

methods, solid extraction, floatation methods, bio-sorbents and by biological

methods. Solvent extraction is an efficient method for the quantitative removal

of ions by employing neutral chelates, with ion association complexes and by

synergistic extraction methods. But this is not often advisable as pure water

cannot be prepared by this method and the method is more expensive.

Various ion exchange resins containing active functional groups are

extensively used for the separation of metal ions from effluents and from impure

water. These resins are highly selective and even traces of metal ions can be

removed in the presence of sodium and potassium. Polystyrene cross linked with

divinyl benzene is widely used for the preparation of ion exchange resins. Macro

porous and macro reticular resins have extended its applicability.

lt was found that N-[hydroxy methyl] thio amide resins are found to be

very effective as stationary phases in ion-exchange chromatography for metal

ion separation”. A cation exchange resin of Cu(II) was found to be a useful

activator in the reduction of ketones 7°. Fujiwara et al have studied the

adsorption behaviour of noble metals on the ion exchange resin with quaternary

phosphonium chloride". Van Berkel et al found that the rapid uptake of Cu(II)

is possible with bis[benZimidaz0le] modified oxirane and thiirane resins 72. They

also found that the selectivity of Cu(ll) is enhanced by resins based on

bis[benzimidazole] modified glycidyl methacrylate polymers 73. Ion exchange
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resins containing amino phosphonate functional groups are found to be very

effective for the selective sorption of heavy metals 74. A novel ion exchange

resin based on poly [glycidyl methacrylate co-ethylene dimethacrylate] beads

modified with aspartic acid derivatives are found to be highly selective for

Cu(II) 75. A new ion exchange resin derived from 8-hydroxy quinoline is

developed for the selective elution of metal ions 76.

Solid phase extraction is also found to be effective for the separation of

metal ions from water. The study of Cu(Il) ion complexing resin columns by

solid phase extraction was carried out by Pesvento etal 77. Ion floatation is a new

technique employed for the separation heavy metal ions. Competitive floatation

of Cd(II) and Zn(II) occur from very dilute aqueous by proton ionizable lariat

ethers in the presence of foaming agentssa. Recent investigations revealed that

many biological systems can also be used for the separation of heavy metal ions.

Quinaldic acid supported on polystyrene is found to be very effective for the

selective removal of Al3+ from aqueous solution 89. DNA encapsulated poly

ether sulfone hollow micro spheres are very effective for the removal of heavy

metal ionsgosuch as Ag+, Cu 2+,and Zn 2+. A new chitosan biosorbent, prepared

by coating chitosan on to ceramic alumina, is found to have greater absorption

capacities for hexavalent chromium 9I.A super fast sorbent based on textile

grade poly acrylonitrile fiber is employed for the rapid removal of uranium from

mildly acidic aqueous solution of low concentration 92.

Recently, polymer anchored ligands have been increasingly used for the

selective removal of metal ions, as polymer supported ligands shows great

affinity towards metal ions and they are able to form polymeric complexes.

Polymer supported sulphonated catechol and linear catechol amide ligands are

found to be very efficient ligands for the selective93 metal ion removal and

recovery from aqueous solutions as a function of pH. Cross linked polyacryl

amide hydrogels having different functional groups were prepared from ethylene
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diammine and diethylene triammine. They were used94 for the removal of

Cu(ll), Cd(II) and Pb(II). A new polymer supported vanillin schiff base prepared

from amino methylated polystyrene has been developed as an efficient

complexing agent for the removal of Ni(II) from aqueous solutiongs.

As heavy metal ions, even in trace quantities, is hazardous to all living

organisms it is essential to remove these ions from water in our environment.

Among the various current technologies the application of polymer supports for

metal ion removal has emerged as a promising method.

In this investigation, the ligands p-hydroxy benzaldehyde schiff base and

p-dimethyl amino benzaldehyde schiff base have been found to be very effective

for the separation of Cu(II) and Fe(IlI) ions respectively from effluents and

industrial wastes. These ligands are also found be very selective in chelation.

The experimental studies carried out for developing optimum conditions

for the separation of heavy metal ions and the interferences due to other ions are

discussed in this chapter

4.2. Experimental

The procedure adopted for metal ion removal studies are presented in

Chapter II.

4.3. Results and Discussion

4.3.1. Removal of Cu“ using p-hydroxy benzaldehyde schiff base of
amino methylated polystyrene

4.3.l.l.Effect of metal ion concentration

The results obtained from the study of the effect of metal ion concentration

are presented in Table 16. The optimum metal ion concentration that can be

Department of Applied Chemistry, CUSAT 33



Cfirlpief-4 so _   o  _,.  ___ ‘_  _
removed by a definite amount of ligand (0.0lg) was studied using metal ion

solutions of varying concentrations (l0ppm-60ppm) .The results show that the

optimum metal ion removal of 96 % is achieved up to a concentration of 30ppm

and thereafter it decreases.
s

4.3.1.2.Effect of ligand concentration

These results of the study of ligand concentration are presented in Table

17. The spectrophotometric analysis of metal ion solution (30ppm) was carried

out after comlexation with varying amounts of the ligand (0.003g-0.03 g). It was

observed that the minimum amount of ligand required for the removal of a

maximum of 96% of metal ion is 0.01 g.

4.3.l.3.Effect of time

The effect of time on metal ion removal was studied and the results are

presented in Table 18. A standard solution of the metal ion (30ppm) was

refluxed with a definite mass of the ligand (0.01 g) at varying time intervals. The

optimum time required was found to be 10 minutes.

4.3.1.4. Effect of pH

The effect of pH was studied and the results are presented in Table 19 and

in Fig.34. Metal ion removal study was carried out with standard solutions of

the metal ion (30ppm) at varying pH using buffer solutions. The most

favourable pH was found to be in the range 4.58-6.04

4.3.1 .5.Interference studies

The results of interference studies are presented in Table 20. The
interference of other cations and anions in the removal of Cu2+ was studied

by adding varying amounts of these ions to a solution of Cu2+ ion of
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definite strength (30ppm) and it was refluxed with a fixed mass of the

ligand (0.0lg). It was found that the interference by the ions such as Fe“,

Fe“, Mn2+, Co2+, Ni”, Na+, K+, NH4+, Ca2+, sofi", cr, NO3'and CH3COO'

is negligible.

4.3.2 Removal of Fe(III) using p-dimethyl amino benzaldehyde schiff
base of amino methylated polystyrene

4.3.2.1 Effect of metal ion concentration

The effect of metal ion concentration was studied and the results are

presented in Table 21. Inorder to develop optimum conditions for metal ion

removal, a definite mass of the ligand (0.01 g) was refluxed with varying

concentrations of ferric ion solutions (10-60ppm). It was found that the

percentage of metal ion removal reaches the maximum of 92% when the metal

ion concentration is 30ppm and then it decreases.

4.3.2.2. Effect of ligand concentration

The results of the effect of ligand concentration study are presented in

Table 22.Va1ying amounts of ligand (0.001g-0.03g) were refluxed with metal

ion solution of a definite concentration (30ppm) for 20 minutes and the

percentage of metal ion removal was determined spectrophotometrically. It

was found that only 0.01 g of the ligand is needed for the removal of a 30ppm

metal ion from solution.

4.3.2.3. Effect of time

The effect of time on metal ion removal was studied and the results are

presented in Table 23. A definite mass of the ligand (0.01 g) was refluxed with a

standard solution of the metal ion (30ppm) at varying time intervals to study the

effect of time. It was found that the optimum time required was 15 minutes.
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4.3.2.4. Effect of pH

The effect of pH was observed and the results are presented in Table 24

and in Fig.35. A standard solution of the metal ion (30ppm) was refluxed with

definite mass of the ligand (0.0lg) at varying pH using buffer solutions. It was

found that maximum amount of metal ion was removed in the pH range of 3.72

4.70.

4.3.2.5. Interference studies

The analytical data obtained from interference studies is presented in Table

25.The interference due to other ions have been studied by adding varying

amounts of ions such as Cu2+, Fe2+, Mn”, Co”, Ni”, Na+, K+, NH4+, Ca2+, SO42‘,

Cl', N03" and CH3COO' to a standard solution(30ppm) of Fe(llI) and it was

refluxed with a definite mass of ligand (0.01 g).The results show that these ions

had not interfered in the complexation of Fe(III) with p-dimethyl amino

benzaldehyde schiff base of amino methylated polystyrene.

4.3.2.6. Conclusion

Metal ion removal studies of two polystyrene supported schiff bases have

been conducted .It was found that the removal of Cu(II) was very fast with p

hydroxy benzaldehyde schiff base of amino methylated polystyrene and 96% of

Cu(Il) was removed. A 30ppm of metal ion solution required only 0.01 g of the

ligand. These studies show the selectivity of the ligand to Cu(II).

Fe (Ill) was removed by p-dimethyl amino benzaldehyde schiff base of

amino methylated poly styrene. 92% of the metal ion was removed by 0.01 g of

the ligand from a 30ppm solution of the metal. The advantage of the method is

that the complexation of both these metal ions are uninhibited by other ions.
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Tables and Figures

Results Of Metal Ion Removal Studies

(I) Removal of Cu(II) ion using p-hydroxy benzaldehyde schiff base of amino

methylated poly styrene

Table 16: Effect of metal ion concentration

Mass of ligand =0.0lg Time = 15min.
Cu(II) taken ppm 10 20 30 40 50

_ii__

60

ti Cu(lI) concn. after ;. 99 _  0.9 R 1.5 1.2 ; 11.1complexation (ppm) it ;
22 32.4 I1 ; 1

Percentageremoval 2 91  92.5 1 96 §72.25 56 46

Table 17: Effect of ligand concentration

Cu(lI) ion concentration = 30 ppm Time = 15 min.

4

Mass of ligand(g)
\1; 2 2

l

Cu(lI) concn. (after i
\

complexation ppm)  R

0.003 * 0.005 50.0075 0.01 0.02

* 6 2 3.3 2.4 1.2 1.2
l

l

l

l

I

l

.9
@
co

1.2

Percentage removal I 80 89 92 96 96 96
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Table 18:

Cu (II) taken =30 ppm

Effect of time

Mass of ligand =0.0lg

Time(min) 5 , 10 15 20 25
E Cu(ll) concn. after 1

7.5
complexation (ppm)
1 "L2 I 1.2 1.2 1.2

Percentage removal 75 96 96 . 96 I 96

Table 19 : Effect of pH

Cu(II) taken =30 ppm Mass of ligand =0.01 g Time =15 min.

Al pH 1.5 2 l 3.48 4.58 5.7 p6.04 7

. Cu(II) concn. Afier 1_ I 1.7 10.5
complexation ppm 51

l 8.1 11.2 1.2 1.2 5.7

61 6 65Percentage removal M P 73 H 96 96 96 i} 81
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Table 20: Interference by other ions

Cu(II) taken =30 ppm Mass of ligand =0.01 g Time = 15 min.

Concentration of other ions = 10 ppm -50 ppm

Fe(lII)
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(2) Removal of Fe(lII) ion using p-dimethyl amino benzaldehyde schiff

base of amino methylated polystyrene

Table 21: Effect of metal ion concentration

Mass of ligand =0.0l g Time = 15min.

Fe(III)takenppm 10 7 20 309 40 50 60__ ... . .i
Fe(III) Concentration 1 P

|—

LI‘!

l\J
Q\

l\J
Q

. . . 12.5 23.5 34 :4
afier complexation ppm f l 3 5;

__._____ _, __JI . _ _
Percentageremoval 5 ss 37 92 68.75% 53 43.4

Table 22: Effect of ligand concentration

Fe(III) ion concentration = 30 ppm Time = 15 min.

H

|‘l

Mass ofligand(g) 0.003 0.005 30.0075 0.01 15 0.02 0.03 ?
>. >

Ii

I

1

\

Fe(III) concentration 1'
after complexation ppm 0 t W

6 y 3.3 3 2.4 i 2.4 2.4

Percentage removal so  39  90  92  92 92
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Table 23 : Effect of time

Fe(III) ion concentration = 30 ppm Mass of ligand = 0.01 g
"_‘*_|9 "'"—‘i;"" * ‘ 2* ”"“"*

Time(min)K  9   R 4;
Fe(Ill) concentration

afier <=°mP1@X*1*i°nPPm 7.5  4.8 . 2.4 9 2.4 G 2.4

i

‘$9104 15 20 25 .J 4

75 s4 92 92 92 UPercentage removal A

Table 24 : Effect of pH

Fe(III) taken =30 ppm Mass of ligand =0.0l g Time =15 min.

pH 1.48 2.1 t3.72 4.7 5.71 6.40
‘\Ii | |\ ‘ ' I\ i '4 ii I ‘Fe(IIl) concn. 1   2 I‘I08 57 24 Ii 24  4.8  6.9I I n Q 0 I4 ;after complexation ppm

Percentage removal  64 U 81 92 4 92 A 84 A 77
Ii‘ .. ii I ‘7. __.._.____
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Table 25: Interference studies

Fe(IlI) taken =30 ppm Mass ofligand = 0.01 g
Concentration of other ions = l0ppm-50 ppm Time =15 min.
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5.1 Introduction

Ion selective electrodes [ISE] are highly versatile eletro-analytical tools

developed for monitoring every aspects of our enviromnent and our life. It

provides a convenient and quick analytical procedure for the estimation of ions

in solution which may be turbid , coloured or containing additives. ISEs have

the unique advantages of short response time and lower detection limits. Studies

of single ion transfer energetics and the kinetics at interfaces of insoluble, ionic

crystalline, mobile and fixed site plasticized polymer and immiscible liquid

liquid electrolytes are some among the frontiers of electro-analytical research 96'

The discovery of response of thin glass membrane in 1906 was a land

mark in the history of electrochemistry. ISE technology uses ion conductors as

membranes. There is a built in site density of fixed or mobile hydrophobic ion

sites which determines whether the membrane is perm selective. An electric

field can facilitate the counter ion transport through the membrane by diffusion.

High ionic mobility is not essential for potentiometric response.

James Ross and Martin Frant of Orion Research are the founding fathers of

ISE. The calcium and fluoride ISEs they developed in 1960 were the big bang

that revolutionized the world of electro analytical research. Tai1or—made

polymer membranes which allowed the transport of specific ions from among

the ions of the same charge were prepared. These amazing discoveries led to the

development of neutral and charged ionophores and ion selective electrodes. A

robust membrane matrix based ionophore was found to produce good results.

Polymers such as polystyrene, PVC, poly ethylene, poly amides, schiff bases,

silicone rubber, cellulose acetate etc. are used for making perm selective

membranes. The unique features of PVC makes it an excellent polymer matrix

for ionophores.
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The rapid development in potentiometry is due to the introduction of new

ISEs .There has been a continuing interest in the preparation of molecular

carriers possessing electrical neutrality, lipophilic character and capability to

bind metal ions selectively and reversibly to induce a selective permeation of

one metal ion through the membrane electrodes. In 1964 Moore and Berton

observed that neutral macro cyclic antibiotics induce ion permeation in

mitochondria, leading to the development of neutral carrier electrodes. A

significant advancement in the field of ISE technology is the discovery of

immobilizing a liquid membrane ion selective electrode into PVC to produce

homogeneous and flexible films with good mechanical stability”. The cyclic

antibiotic valinomycin supported on PVC is found to be an excellent ionophore

for sensing K+ in biological fluids. By this discovery ISEs have becatne one of

the most important subjects in clinical and environmental chemistry”.

Various other PVC supported carrier membranes which are selective to

N03} Na+,Li+,NH4+,Ba2+,Mg2+, Zn2+ and C104‘ ions with neutral and charged

ionophores have been reported. Conducting polymer membranes are also

employed for low activity potentiometric ion sensinggg.

A polystyrene based heterogeneous ion-exchange membrane of Ce(IV)

phosphomolybdate has been developed as a Cu(II) ion selective electrode with

Nernstian response and it shows selectivity over 15 other interfering ions99.The

selective potentiometric determination of cupric ion was carried out by the use

of a molecular deposition film electrode based on water soluble copper

phthalocyanine 10°. A macrocyclic diamide was used as a membrane active

component in a Cu(ll) selective electrode which was used as an indicator

electrode in potentiometric titration with EDTA .The built in configurational

rigidity induced by N-substituted amides present in the periphery of macro

cycles invokes reorganization leading to ionophoric selectivity '0'.
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A Cu(II) selective membrane electrode based on naphthol derivative schiff

base is found to have a very short response time of 5s having a wide range of

concentration and it was directly applied to the potentiometric titrationmz of

Cu2+.A highly selective and sensitive Cu(II) membrane coated graphite
electrode based on a Schiff base shows a low ‘O3 detection limit of 3xl0'8 M.

Sensors have been prepared from inexpensive and disposable graphite electrodes

produced by screen printing are then doped with Cu2S to form useful,

reproducible, fast and selective Cu2+ mernbranesm.

Cu(II) selective membrane developed using 2,2’ditl1iodianiline is found to

have Nemstian slope, of short response time of 10s and with no interference

caused by '°5 Pb2+,Cd2+ and Fe2+.

Three different aza thioether containing 1,10 phenanthrolline sub unit as

Cu(II) ion carrier is found to have good selectivity with respect to alkali metals,

alkaline earth metals and other transition metal ions '06. Another Cu(II) selective

membrane based on 1, 3 dithiane ,2— (4-methoxy phenyl) shows selectivity over

15 other cations '07. A novel Cu(II) membrane based on diphenyl isocyanate bis

(acetyl acetone) ethylene diimine shows good selectivity and it used for the

determination of Cu(II) in black tea ,in electro -platings and in waste water '08.

A Cu(II) complex of ethambutol, a synthetic diammine derivative having

four co-ordinating sites, was used in the preparation of a Cu(II) selective

membrane with a long life period of six months is used as an indicator electrode

in the EDTA titrations as well as for the analysis of Cu2+ solutionsmg. A sol-gel

electrode based on thiosemicarbazone is used for the detection of Cu(II) ion in

solutionuo. A Cu(II) selective membrane using schiff base complexes derived

from 2,3 diaminopyridine and o-vanilin have been prepared and it is found to

have a detection limit of 0.3 ppm and good selectivitym. Another Cu(II)

selective electrode based on salens as carriers exhibited good selectivity with
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respect to alkali metals, alkaline earth metals and some transition metal ions H2.

It was successfully applied for the determination of copper in sample of brass and

in a sample of Wilson patient’s urine. Highly selective and sensitive potentiometric

sensors for Ni(II) and have been developed in our own laboratory ' 13 ’l 14

Copper is one of the most widely distributed element in the enviromnent in

industrialized countries. It is also present in all organisms of land and sea.

Although it is an essential element, it is toxic at higher concentration. So there is

an urgent need for monitoring Cu2+ in various industrial, medicinal and

environmental samples by preparing more selective, economical and simple

ISEs .

As a part of the present investigation a potentiometric sensor has been

developed for the determination of Cu(ll). It is found to be selective with respect

to alkali metal ions alkaline earth metal ions, to most other transition metal ions

and to a number of anions. This membrane electrode has a short response time

of 30s and a life of 2 months. Cu(II) complex of the p-dimethyl amino

benzaldehyde schiff base of amino methylated polystyrene has been used as the

ionophore in the fabrication of this sensor.

5.2 Experimental

The method of preparation of the sensor electrode is discussed in chapter

II. The response behaviour of the sensor was studied using hydrated copper

sulphate solutions of varying concentrations [1x]0" to 5xl0'6] and the potential

was measured. The effect of pH was studied by measuring the potential at

varying pH (1.5 to 7).The interference due to other ions were studied by

measuring the electrode potential of the solution containing (l0'2M) hydrated

copper sulphate with varying concentrations of other ions such as Zn2+, Ni”,

[=81 Mn2+, c<>2*, Na+, Kt, NH4+, Ca2+, so}; c1", N03‘ and CH3COO' . The

98 Department of Applied Chemistry, CUSAT



,3 new Ion sefecti-ve potentiometric sensor fiaserfon a pofymeric complex

developed electrode has been used for the determination of cupric ions

5.3. Results and Discussion

5.3.1. Response behaviour of the electrode

The Cu(II) ion selective electrode is coupled with a calomel electrode

to form the cell,

Ion selective electrode / Test solution // Saturated calomel electrode

When the electrode is placed in the test solution and coupled with the

calomel electrode, the potentials developed within a short response time of 30s

show a linear change for Cu2+ solutions having concentrations in the range

sx10'° mol am" to 1><10"‘m01 dm'3. The slope of E vs - log [Cu2+] is 26.2 mV/

decade of Cu2+ which shows sub Nemstian nature of the electrode [Fig.36]. The

sensor retained the linear slope for a month of continuous usage. It also showed

reproducible potentials for a period of two months. The probable mechanism for

the development of potential at the interface may be due to an exchange of Cu2+

ion between the sensor and the solution. -'
5 1| G - Z ‘

CUL2 i“ Cuzk + 2L‘ -J 0%-4

H e e--~ INTERFACE
WATER Cf‘

The developed sensor is used to measure potentials of Cu2+ solutions of

different concentrations and the results obtained for concentrations (Table 27)

shows that the electrode can be employed for the quantitative analysis of copper.

Department of Applied Chemistry, CUSAT 99
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5.3.2 Effect of pH

The effect of pH was studied by measuring the potentials of Cu2+ solution

(0.01 mol dm'3) at varying pH, from 1.5 to 7. It was found that steady potentials

were obtained in the pH range 2.72 to 5.36 .(Fig.37)

5.3.3 Interference studies

The effect of various other cations and anions on the response behaviour

of the electrode was studied by calculating the selectivity coefiicients using the

Nikolski~Eisemnan equationm. The selectivity of the electrode determines its

applicability as an electrode for testing real samples. The selectivity coefficients

can be calculated from the equation

(E2 _E1)FZ;

K3}! :li;____[10 2.303RT '1]

(Q. >/»

I

Z .

where a; and aj are activities of Cu2+ ion and the interfering ion, zi and Zj are the

charges carried by the Cu” ion and interfering ion respectively. The difference

between potentials of solution containing the Cu2+ ion and interfering ion and of

Cu” ion solution alone is AEMF. Electrode potentials were measured by mixing

with varying concentrations of the interfering ion(0.lM & 0.2M) with a definite

concentration of Cu“ ion (0.0lM).Interference studies were carried out with

ions such as Zn2+, Ni2+, Fe2+, Mn2+, Co2+, Na+, K+, NH4+, Ca2+, SO42] Cl', NO3'

and CH3COO' . The values obtained are presented in Table 26.The results

obtained for selectivity coefficients indicate that the sensor is selective for Cu2+

ions. The electrode was also used to study the concentrations of various Cu2+ ion

solution.
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5.3.4. Conclusion

A Cu(ll) sensor electrode is developed from polymer supported complex

with the schiff base from p-dimethyl amino bezaldehyde and amino methylated

polystyrene. This electrode is found to be highly selective to copper with a short

response time of 30s and having a sub Nemstian slope of 26.2 mV/decade of

Cu2+ ion. It shows a linear potential response in the concentration range 5xl0'6

mol dm'3 to lxl0"mol dm'3 and it shows reproducible electrode potentials in the

pH range 2.72 to 5.36. So it is advisable to use the electrode for the quantitative

analysis of cupric ions even at very low concentrations.

Tables & Figures

Table Z6: Selectivity coefficients of interfering ions

Concentration of Cup" = 0.01 mol dm'3
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SUMMARY



Summary

Polymer supports and polymeric complexes are highly versatile and

they are successfully employed as efficient reagents, substrates and

catalysts. Recently there observed a growing interest in the synthesis of

tailor-made polymer supports and functionalized polymers for the

preparation of metal complexes for various applications. They have the

combination of properties due to the macromolecular structure as well as

due to the reactivity of the functional group. An interesting feature of

functional polymers is their affinity towards metal ions. Therefore the

synthesis, characterization and application of such polymeric complexes

have great scientific and analytical importance.

In this investigation three series of polymeric complexes of transition

metal ions are prepared from three schiff bases. All the complexes and

polymeric schiff bases were characterized by analytical, spectral and
thermal methods.

The polymeric schiff bases, p-hydroxy benzaldehyde schiff base of

amino methylated polystyrene and p-dimethyl amino benzaldehyde schiff

base of amino methylated polystyrene, are found to be excellent chelating

agents for the removal of Cu2+ and Fe” ions respectively. Moreover the

Cu(II) complex of p-dimethyl amino benzaldehyde schiff base of amino

methylated polystyrene has been developed as an efficient sensor electrode

which shows high selectivity for Cu2+ ions.

The thesis consist of six chapters. The first chapter contains an

introduction and a brief review on application of polymer supports, polymer

supported ligands and complexes. The second chapter gives the details of

reagents and instruments used and the procedure adopted for the
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preparation of ligands and complexes. The third chapter explains the

methods employed for characterization and the results are also discussed.

The fourth chapter gives a detailed study of metal ion removal using

ligands whereas the fifth chapter describes the development of the Cu2+ ion

sensor electrode. The sixth chapter is the summary of the thesis and

references are presented at the end.
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